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EXECUTIVE SUMMARY 

Most modern airport pavements are constructed on cement-stabilized bases that are of high 
quality and substantial strength. The contribution of the base course to the strength of the 
pavement structure is poorly understood. Field observations have indicated that cracks occur in 
the stabilized base in a pattern that directly matches the jointing pattern in the surface layer. It is 
likely that some load transfer occurs across these cracks by aggregate interlock. To account for 
the increased capacity of the foundation caused by a stabilized layer, the modulus of subgrade 
reaction is increased in the Westergaard model. This approach, in which the "top-of-the-base" 
modulus is determined empirically, is required by the assumptions implicit in the Westergaard 
theory. Multilayered, linear elastic models consider the complete layered system in the vertical 
direction. In the horizontal direction, however, the layers are assumed to be infinitely long with 
no discontinuities such as edges or joints. Two-dimensional finite element plate programs may 
account for the stabilized layer by adding additional stiffness to the plate elements based upon 
the concept of the transformed section. The primary deficiency of these approaches is that none 
directly addresses the influence of the base course on the load transfer efficiency at a joint. 

The objective of this research is to obtain data on the response of the rigid pavement slab-joint- 
foundation system by conducting laboratory-scale experiments on jointed rigid pavement models 
and to develop a comprehensive three-dimensional finite element model of the rigid pavement 
slab-joint-foundation system that can be implemented in the advanced pavement design concepts 
currently under development by the Federal Aviation Administration (FAA). 

Evidence from experiments conducted on six laboratory-scale jointed rigid pavement models 
suggests that the joint efficiency depends upon the presence and condition of a stabilized base. 
The presence of cracking in the base and the degree of bonding between the slabs and stabilized 
base course influences the structural capacity and load transfer capability of the rigid pavement 
structure. The greatest experimental values of joint efficiency were obtained from the slabs 
founded on the monolithic stabilized base followed, in order, by slabs founded on a cracked 
monolithic base, founded on a monolithic base with a bond breaker, and finally, founded directly 
on the rubber pad. Maximum load transfer efficiency occurs at low loads with decreasing 
effectiveness for increasing load. This phenomenon is likely caused by localized crushing of the 
slabs' concrete in the region of the dowels as the loads and resulting displacements increase. 

The finite element models developed in this research indicate that a comprehensive 3D finite 
element modeling technique provides a rational approach to modeling the structural response of 
the jointed rigid airport pavement system. Modeling features which are required include explicit 
3D modeling of the slab continua, load transfer capability at the joint (modeled springs between 
the slabs), explicit 3D modeling of the base course continua, aggregate interlock capability across 
the cracks in the base course (again, modeled by springs across the crack), and contact interaction 
between the slabs and base course. The contact interaction model feature must allow gaps to 
open between the slab and base. Furthermore, where the slabs and base are in contact, transfer of 
shear stresses across the interface via friction should be modeled. 
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1. INTRODUCTION. 

1.1 BACKGROUND. 

A rigid pavement system consists of a number of relatively thin Portland cement concrete slabs 
finite in length and width over one or more foundation layers. When a slab-on-grade is subjected 
to a wheel load, it develops bending stresses and distributes the load over the foundation. 
However, the response of these finite slabs is controlled by joint or edge discontinuities. By their 
nature, joints are structurally weakening components of the system. Thus, the response and 
effectiveness of joints are primary concerns in rigid pavement analysis and design. Joint load 
transfer is very important and fundamental to the Federal Aviation Administration (FAA) rigid 
pavement design procedure because stresses and deflections in a loaded slab are reduced if a 
portion of the load is transferred to an adjacent slab. 

When a joint is capable of transferring load, statics dictate that the total load (P) must be equal to 
the sum of that portion of the load supported by the loaded slab (PL) and the portion of the load 
supported by the unloaded slab (Pu), i.e., 

PL+PV=P (1.1) 

Load may be transferred across a joint by shear or bending moments. However, it has been 
commonly argued that load transfer is primarily caused by vertical shear. In either case the 
following relationship applies: 

<7L+Gu = (Jf (I-2) 

where Oi, is the maximum bending stress in the loaded slab, Gu is the maximum bending stress in 
the adjacent unloaded slab, and Gf is the maximum bending stress for the free edge loading 
condition. 

Because maximum slab deflections are also directly proportional to applied load under the stated 
conditions, it follows from equation 1.1 that 

WL + wu = Wf (1-3) 

where WL is the maximum edge deflection of the loaded slab, wu is the maximum edge deflection 
of the adjacent unloaded slab, and w/ is the maximum edge deflection with no joint. 

Deflection load transfer efficiency (LTEg) is defined as 

LTES = ^ (1.4) 
WL 
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Similarly, stress load transfer efficiency (LTEa) is defined as the ratio of the edge stress in the 
unloaded slab-to-edge stress in the loaded slab as follows: 

LTEa = ^ 
GL 

(1.5) 

Load transfer (LT) in the FAA rigid pavement design procedures (FAA AC 150/5320-6D and 
ACC 150/5320-16) is defined as that portion of the edge stress that is carried by the adjacent 
unloaded slab: 

Lt = 

( 

\ 

(c^ 

1- 

\"E) 

O, 

>E J 

°E-CL 
\ 

(1.6) 

It should be noted from the above equations that the range of LTEs and LTEa is from zero to one, 
while the range of LT is from zero to one half. Equation 1.6 can be related to equation 1.5 as 
follows: 

LT = LTEa 

1 + LTEa 
(1.7) 

The FAA design procedure prescribes LT = 0.25, effectively reducing the design stress and 
allowing a reduced slab thickness. This accepted value is primarily based upon test sections 
trafficked from the mid-1940's to the mid-1950's. 

Table 1-1 summarizes the most frequently used rigid pavement response models and their 
capabilities. The response model which forms the basis for the FAA rigid pavement structural 
design procedure is the Westergaard, 1939 idealization. In 1926, Westergaard developed a 
method for computing the response of rigid pavement slabs-on-grade subjected to wheel loads by 
modeling the pavement as a thin, infinite or semi-infinite plate resting on a bed of springs 
(Westergaard 1926). Although available Westergaard solutions have been extensively used, they 
are limited by two significant shortcomings: (a) only a single-slab panel is accommodated in the 
analysis; therefore, load transfer at joints is not accounted for and (b) the layered nature of the 
pavement foundation is not explicitly reflected in the Winkler (bed of springs) foundation model. 

Multilayered, linear elastic models, as used in the new FAA design method released in 1995 
(Federal Aviation Administration 1995), consider the complete layered system in the vertical 
direction, thereby addressing the second limitation. In the horizontal direction, however, the 
layers are assumed to be infinitely long with no discontinuities such as edges or joints. 
Consequently, the load transfer limitation remains unresolved. 
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TABLE 1-1. SUMMARY OF COMMON RIGID PAVEMENT RESPONSE MODELS 

Response Model Subgrade Base Course Slabs Joints 

Westergaard 
Theory 

Bed of Springs (Top-of-Base 
Modulus of Subgrade Reaction) 

Semi-Infinite 
Kirchoff Plate Not Considered 

Elastic Layer 
Theory Elastic Continua, Infinite in Horizontal Extent Not Considered 

Two-Dimensional 
(2D) Finite 
Element Models 

Elastic Solid, 
Bed of Springs 

Thin Plate Element (Transformed 
Section Concept) 

Springs or 
Beam Elements 

Two-dimensional (2D) finite element programs employ translational and rotational springs and 
beam elements to model load transfer capabilities at a joint. The slabs and base course layers are 
modeled as thin plates. The slabs and base course may be fully bonded or fully debonded. If the 
slab and base course are considered to be bonded (full strain compatibility between slab and 
base), transformed section concepts are used to formulate a plate element with an equivalent 
composite plate stiffness. 

Most modern airport pavements are constructed on cement-stabilized bases that are of high 
quality and substantial strength. The contribution of the base course to the strength of the 
pavement structure is poorly understood. To account for the increased capacity of the foundation 
caused by a stabilized layer, the modulus of subgrade reaction is increased in the Westergaard 
model. This approach, in which the top-of-the-base modulus is determined empirically, is 
required by the assumptions implicit in the Westergaard theory. Similarly, 2D finite element 
plate programs may account for the stabilized layer by adding additional stiffness to the plate 
elements based upon the concept of the transformed section. 

The primary deficiency of these approaches is that neither directly addresses the influence of the 
base course on the load transfer efficiency at a joint. In almost all instances, stabilized layers are 
constructed to be monolithic. However, field observations (Grogan, Weiss, and Rollings 1996) 
have indicated that cracks occur in the stabilized base in a pattern that directly matches the 
jointing pattern in the surface layer. It is likely that some load transfer occurs across these cracks 
by aggregate interlock. 

1.2 OBJECTIVE. 

Because the slab-joint-foundation system for a rigid pavement is three-dimensional (3D) in 
nature, comprehensive representation of this system requires a 3D analytical approach. The 
objective of this research is to obtain data on the response of the rigid pavement slab-joint- 
foundation system by conducting laboratory-scale experiments on jointed rigid pavement models 
and to develop a comprehensive three-dimensional finite element model of the rigid pavement 
slab-joint-foundation system that can be implemented in the advanced pavement design concepts 
currently under development by the FAA.    The basic criteria to be used for this model 
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development will be (a) validated theory and (b) precision of the model consistent with the 
requirements of the FAA pavement design model. The model developed should be capable of 
modeling the slab-joint-foundation system and serve as an analytical stepping stone to increased 
understanding of the behavior of rigid pavement systems. By judiciously applying this increased 
understanding of behavior, improved design criteria can be developed resulting in enhanced rigid 
pavement performance in the field. 

The objectives listed above will be accomplished by completing the following tasks: 

Task 1—Review and Evaluation of Existing Joint Models. 
Task 2—Perform a Response and Sensitivity Analysis of Rigid Pavement Systems. 
Task 3—Develop a General 3D Analytical Model. 
Task 4—Perform Laboratory-Scale Testing. 
Task 5—Model Application. 
Task 6—Model Simplification for Implementation Into FAA Design Procedures. 

1.3 SCOPE. 

A previous report (Ioannides and Hammons 1995) presents a detailed review and evaluation of 
existing joint models, an analysis of experimental data on small-scale model data generated by 
the Corps of Engineers in the 1950's, and a new Westergaard-type closed-form solution for load 
transfer at rigid pavement joints. 

This report describes the results from the identified Tasks 2, 3, and 4. Chapters 2 through 5 of 
this report document a comprehensive finite element response and sensitivity study for rigid 
pavement single- and multiple-slab models founded on a Winkler subgrade using the finite 
element code ABAQUS. Chapter 6 reports the results of a series of laboratory-scale experiments 
on jointed rigid pavement models. In chapter 7 the development of a 3D finite element analysis 
system that includes the influence of the base course on the structural capacity of the rigid 
pavement slab-joint-foundation system is discussed. Finally, in chapter 9, a series of conclusions 
and recommendations based upon this research are presented. 
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2. FINITE ELEMENT CODE DESCRIPTION. 

2.1 BACKGROUND. 

The general-purpose finite element program ABAQUS 5.6, developed and marketed by Hibbitt, 
Karlsson, and Sorensen, Inc. of Pawtucket, Rhode Island, was used in this study. ABAQUS is 
written in transportable FORTRAN, although the input/output routines are optimized for specific 
computer systems. 

One of the salient features of ABAQUS is its use of the library concept to create different models 
by combining different solution procedures, element types, and material models. The analysis 
module consists of an element library, a material library, a procedure library, and a loading 
library. Selections from each of these libraries can be mixed and matched in any reasonable way 
to create a finite element model. Among the element families in the element library are the 
following which are of specific interest for this research: 

a. First- and second-order continuum elements in one, two, and three dimensions. 

b. First- and second-order axisymmetric and general shell elements. 

c. Contact elements for determining normal (or shear) stresses transmitted at the point of 
contact between two bodies. 

d. Special purpose stress elements such as springs, dashpots, and flexible joints. 

The material library includes linear and nonlinear elasticity models as well as plasticity and 
viscoplasticity formulations. The analysis procedure library includes static stress analysis, 
steady-state and transient dynamic analysis, and a number of other specialized procedures. 

All ABAQUS computations were conducted on a Cray Y-MP or Cray C-90 supercomputer. 
Finite element models for ABAQUS were developed interactively on engineering workstations 
using The MacNeal-Schwendler Corporation's PATRAN software incorporating an ABAQUS 
application interface. PATRAN was also used to postprocess many of the results from 
ABAQUS. 

2.2 ISOPARAMETRIC ELEMENT CONSIDERATIONS. 

All of the ABAQUS continuum finite elements considered for this study were modern, 
isoparametric element formulations. Isoparametric elements are elements for which the 
geometry and displacement formulations are of the same order. Stated more precisely, the 
interpolation of the element coordinates and element displacements use the same interpolation 
functions, which are defined in a natural coordinate system (Bathe 1982). A natural coordinate 
system is a local coordinate system which specifies the location of any point within the element 
by a set of dimensionless numbers whose magnitudes never exceed unity (Desai and Able 1972). 
An interpolation function Ni must be formulated such that its value in the natural coordinate 
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system is unity at node / and zero at all other nodes. The full development of isoparametric 
elements is documented in many finite element texts and will not be discussed here. 

Isoparametric elements satisfy the following necessary and sufficient conditions for completeness 
and compatibility (Desai and Abel 1972): 

a. The displacement models must be continuous within the elements, and the displacements 
must be compatible between adjacent nodes. 

b. The displacement models must include the rigid body displacements of the elements. 

c. The displacement models must include the constant strain states of the element. 

The isoparametric concept is a powerful generalized technique for constructing complete and 
conforming elements of any order (Desai and Abel 1972). In the first-order or linear element, the 
interpolation functions of the elements are linear with respect to the natural coordinates. 
Similarly, for a quadratic or second-order element, the interpolation functions are quadratic with 
respect to the natural coordinates. 

A second-order element which has interpolation function based solely upon nodes at the corners 
and midsides of the element is commonly referred to as a serendipity element, while those 
elements that feature an internal node and use full product forms of the LaGrange polynomials 
are referred to as Lagrangian elements. In one dimension (ID), an nth-order LaGrange 
polynomial is defined as 

n+l 

U"(lx 
i=l I 

X  Xi 

Xk  X, ■t) 
(2.1) 

;?# 

where the element has n+l nodes defined by the nodal coordinate vector 

(x}= 

Xi 

X2 

Xn+1 , 

(2.2) 

In 2D and 3D, the LaGrange polynomials are made up of products of the ID LaGrange 
polynomials. 
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Figures 2-1 and 2-2 illustrate the Lagrangian and serendipity element interpolation functions, 
respectively, in 2D for quadrilateral elements. Each of these elements is a second-order 
(quadratic) element. The interpolation functions for the nine-noded element in figure 2-1 are 
made up exclusively of products of Lagrangian polynomials. However, the eight-noded or 
serendipity element in figure 2-2 requires additional terms other than products of Lagrangian 
polynomials to force the value of Nj to be unity at node I and zero at the other seven nodes. 
These concepts can be readily extended to 3D continuum elements. The Lagrangian hexahedral 
element has 27 nodes and 27 interpolation functions which are quadratic products of the 
Lagrangian polynomials of the three natural coordinates shown here as g, h, and r. The 
serendipity hexahedral element is characterized by 20 nodes (1 at each of the 8 corners of the 
element and 1 located along each of the 12 lines forming the edges of the element) with 
20 corresponding quadratic interpolation functions. 

/j = 1   4* 

h = 0   8 " 

/j = -1 

Natural Coordinates: g, h 

Interpolation Functions: 

9h( 
N, = *rfef " UP» -1) 

4 

N3 = $Ug ♦ U(/> +1) 
4 

N5 = -|(/J - U(g2 - 1) 

N7 =-p> + i)(g2 - 1) 

A/2 = -?(g + i)CV-i) 
4 

N4 = ?(Sf - DC» + 1) 4 

N6 = -5(g + 1)(/J2 - 1) 

w8 = -?te - W2 -1) 

A/9 = (g2 - 1)(/J
2
 - 1) 

HGURE 2-1. INTERPOLATION FUNCTIONS, 2D LAGRANGIAN ISOPARAMETRIC 
ELEMENT 
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/7 = 0   8  < I   >-                     i) 

h--1     < » •  

 
; 

«> 

g = -i 
5 

g = o 

Natural Coordinates: g,h 

2 

Interpolation Functions: 

w1 = -JO - g)(i - /I)(1 + g + ft) 

N3 = 1(1 + g)(i + ft)(g + ft -1) 

w5 = 1(1 - 92)(1 - ft) 

AL = -1(1 + g)(1 - ft)(g - ft - 1) 

A/4 = -|(1 - g)(i + ft)(g - ft+1) 

AL = 1(1 - /)2)(1 + g) 

A/7 = |(1 " ^(l + ft) A/8 = |(1 - ft2)(i - g) 

FIGURE 2-2. INTERPOLATION FUNCTIONS, 3D SERENDIPITY ISOPARAMETRIC 
ELEMENT 

All of the isoparametric elements are integrated numerically. For many element types, the user 
has the option of selecting elements with full integration or reduced integration. The choice of 
order of integration is important, because it can have a significant affect on cost of the analysis 
and on the accuracy of the solution (Bathe 1982). Full integration means that the Gaussian 
integration employed will integrate the element stiffness matrix exactly if the determinant of the 
Jacobian matrix is constant over the element, i.e., if opposing sides for 2D elements or opposing 
faces for 3D elements are parallel. For reduced integration the integration scheme is one order 
less than that required to fully integrate the element stiffness matrix. Solution times may be 
significantly less with reduced integration resulting in considerable savings for large 3D models. 
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In problems where the predominant response mode is bending, fully integrated first-order 
elements may "lock"; i.e., the stiffness may be several orders of magnitude too great. Spurious 
shear stresses known as parasitic shear stresses are present. In these cases, a reduction in order 
of the numerical integration can lead to better results. The finite element displacement 
formulation overestimates the stiffness of the system; thus, by not evaluating the element 
stiffness matrices exactly, better results may be obtained if the error in the numerical integration 
compensates for the overestimation of the system stiffness. However, a possibility with reduced 
integration is a type of mesh instability known as hourglassing. For 2D and 3D reduced 
integration elements, the element stiffness matrix is rank deficient, causing problems with the 
solution if the element is not provided with sufficient stiffness restraint in the global assemblage 
of elements. When this occurs, the global stiffness matrix becomes ill-conditioned and, in some 
cases, singular. An hourglass mode does not result in strain (and therefore does not contribute to 
the energy integral) leading to spurious zero-energy displacement modes which behave like a 
rigid-body mode. 

Hourglass modes for the first-order reduced integration quadrilateral and hexahedral elements 
can propagate through the mesh, and hourglassing can become be a serious problem. ABAQUS 
employs hourglass control for these elements in an attempt to suppress hourglassing. In effect, 
additional stiffness is artificially added to the system to restrain the hourglassing modes. Default 
hourglass stiffness values are based upon the elastic properties of the system. Values for these 
stiffnesses other than the default values may be specified by the user. The artificial energy 
associated with the hourglass control stiffnesses must be much less than the total strain energy of 
the system. First-order reduced integration elements with hourglass control may perform 
satisfactorily for very fine meshes, but can be inaccurate for coarse meshes. 

2.3 ELEMENT DESCRIPTIONS. 

The ABAQUS element library contains a vast selection of element types and formulations. A 
basic understanding of the type of element and assumptions made in the formulation of the 
element is required before selecting an element for use in a finite element model. The following 
paragraphs contain brief descriptions of the 2D and 3D elements considered in this response and 
sensitivity study. 

2.3.1 2D Element Descriptions. 

Even though the purpose of this research was to develop a 3D finite element model for the rigid 
pavement system, it was instructive to conduct certain sensitivity studies in 2D. These 
2D sensitivity studies were conducted using elements from the ABAQUS element library. The 
ABAQUS element library contains a large library of general shell elements for analysis of curved 
shell, plate bending, and membrane problems. For a flat plate subjected to both in-plane and 
transverse loads, the bending and membrane effects are uncoupled; thus, the total response can 
be obtained by superimposing the bending and membrane responses. In general this is not true of 
the shell element. The shell element is similar to a plate element, except that the midsurface of a 
general shell element can be curved. In this case the bending and membrane stresses are coupled, 
and it is no longer possible to superimpose the two conditions (Fagan 1992). 
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The basic assumption for thin-plate bending and shell elements is that the thickness, h, is small 
compared to the minimum in-plane dimension of the structure, L. Thus, the stress perpendicular 
to the midsurface of the plate or shell is zero, and material particles originally on a straight line 
perpendicular to the midsurface will remain on a strain line as the structure deforms. In the thin 
(or Kirchoff) theory, transverse shear deformations are neglected, and the straight line remains 
perpendicular to the midsurface during deformations. The rule of thumb is that for values of 
L/h >20, the Kirchoff assumptions hold. For case where the transverse shear deformations 
cannot be neglected, it can be shown that the transverse shear stresses Txz and Tyz are distributed 
parabolically across the thickness of the plate or shell with the maximum value occurring at the 
midsurface (Timoshenko and Woinowsky-Krieger 1959). 

Table 2-1 gives a description of the ABAQUS shell elements considered in this sensitivity study. 
These elements include first- and second-order finite elements with five or six degrees of 
freedom per node. All shell elements in ABAQUS employ a reduced integration scheme. Each 
of the elements with five degrees of freedom per node explicitly impose the Kirchoff shear 
constraints (i.e., transverse shear deformation is not allowed). Elements with six degrees of 
freedom per node, known as "shear flexible" elements, allow transverse shear deformations. 
When these elements are used for thin-shell applications, the default transverse shear stiffness 
(Gz) imposes the Kirchoff constraints approximately so that, in many cases, the results are not 
significantly different from the results from the thin-shell elements. Thus, ABAQUS calculates 
the default transverse shear stiffness as 

2   6 6 

Eh 

2(1 + H) 
(2.3) 

where 

G = shear modulus of shell 
h = thickness of shell 
E = modulus of elasticity of shell 
fi = Poisson's ratio of shell. 

Elements S4R and S8R are especially susceptible to hourglass displacement modes in the 
displacement components perpendicular to the shell surface. In general, the 8-node serendipity 
element is considered a good basic element for most shell problems. When reduced integration 
is employed (as is the case for all of the ABAQUS shell elements used in this study), shear 
locking is of no consequence. Although the reduced integration element can exhibit 
hourglassing, it too is nonconsequential because hourglass modes cannot propagate throughout 
the mesh (Schnobrich 1990). 
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TABLE 2-1. DESCRIPTION OF ABAQUS 2D SHELL ELEMENTS USED IN SENSITIVITY 
STUDY 

Element 
1    Type General Description 

Number 
of Nodes 

Degrees of Freedom 
per Nodes Interpolation 

Linear 

No. of 
Gauss 
Points Notes on Usage 

S4R Isoparametric shell 
element, reduced 
integration 

4 6 
(u, v, w, 8*, Qy, 9Z) 

1 Subject to 
hourglassing, 
intended for thick- 
shell applications 

S4R5 Isoparametric shell 
element, reduced 
integration 

4 5 
(U,   V,   W,   6,,   Qy) 

Linear 1 Subject to 
hourglassing, 
recommended for 
thin-shell 
applications 

S8R Isoparametric brick 
element, reduced 
integration 

8 6 
(u, v, w, e„ e,, ez) 

Serendipity 
quadratic 

4 Intended for thick- 
shell applications   | 

S8R5 Isoparametric shell 
element, reduced 
integration 

8 5 
(u, v, w, 6X, By) 

Serendipity 
quadratic 

4 Recommended for | 
thin-shell                 1 
applications            1 

S9R5 Isoparametric shell 
element, reduced 
integration 

8 5 
(u, v, w, Gj, By) 

Lagrangian 
quadratic 

4 Recommended for j 
thin-shell                1 
applications           | 

2.3.2 3D Element Descriptions. 

Table 2-2 contains a listing of the 3D hexahedral elements from the ABAQUS library considered 
in this study. Element types considered included both linear and quadratic elements employing 
both full and reduced integration. Furthermore, both Lagrangian and serendipity formulations 
were considered for the quadratic elements. Each element type features three translational 
degrees of freedom per node. The C3D27 and C3D27R elements are variable node elements; 
that is, the number of nodes can be reduced from 27 nodes per element down to 21 nodes per 
element (or any number between) by removing the interior node from each of the faces of the 
element as desired. 

As is the case with 2D shell elements, fully integrated elements can exhibit locking where 
bending is the primary response mode. This is particularly true of the linear element. Reduced 
integration provides relief from locking but may lead to problems with hourglassing. However, 
for the quadratic elements, hourglassing is typically nonconsequential, because hourglass modes 
do not propagate throughout the mesh. 

Solution times and the corresponding costs for 3D problems are considerably greater than for 
their 2D counterparts. This is due to the dramatic increase in the bandwidth and well as the 
increase in the time required to formulate the element stiffness matrices because of the time 
required to integrate in the third dimension (Schnobrich 1990). 
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TABLE 2-2. DESCRIPTION OF ABAQUS 3D HEXAHEDRAL ELEMENTS USED IN 
SENSITIVITY STUDY 

Element 
Type General Description 

Number 
of Nodes 

Degrees of 
Freedom per Nodes Interpolation 

No. of 
Gauss 
Points Notes on Usage 

Subject to 
parasitic shear 
stresses 

C3D8 Isoparametric brick 
element 

8 3 
(u, v, w) 

Linear 8 

C3D8R Isoparametric brick 
element, reduced 
integration 

8 3 
(u, v, w) 

Linear 8 Subject to 
hourglassing 

C3D20 Isoparametric brick 
element, reduced 
integration 

20 3 
(u, v, w) 

Serendipity 
quadratic 

27 May exhibit 
locking when 
used to analyze 
bending 

C3D20R Isoparametric brick 
element, reduced 
integration 

20 3 
(u, v, w) 

Serendipity 
quadratic 

8 Subject to 
hourglassing, 
although rarely 
problematic 

C3D27 Isoparametric brick 
element 

21 
27 

3 
(u, v, w) 

Lagrangian 
quadratic 

27 May exhibit 
locking when 
used to analyze 
bending 

C3D27R 

_______ 

Isoparametric brick 
element, reduced 
integration 

21 
27 

3 
(u, v, w) 

Lagrangian 
quadratic 

14 Subject to 
hourglassing, 
although rarely 
problematic 
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3. SINGLE-SLAB RESPONSE AND SENSITIVITY STUDIES. 

3.1 BACKGROUND. 

This chapter contains a discussion of response and sensitivity studies for single-slab models 
conducted with the finite element code ABAQUS. The purpose of these sensitivity studies was 
primarily to select the refinement of the discretization (referred to as the mesh fineness) and the 
approximations within the elements (choice of element type) for the 3D rigid pavement problem. 
This process involved producing a number of finite element models with varying mesh fineness 
and element types, solving those models to obtain approximate solutions, and observing the 
convergence trends for key response parameters such as bending stress, shear stress, and 
deflection. Where possible, these responses were compared to analytical solutions and 
experimental results. All discussions presented in this chapter are relevant to ABAQUS but 
would likely hold for any finite element code with identical element types and solution schemes. 

First, a well-accepted analytical solution was chosen to check the accuracy of the approximations 
made by the various finite element models produced during the sensitivity studies. Because of 
the widespread acceptance and verification of Westergaard's theory (Westergaard 1923, 
1926, 1928, 1933, 1939, 1948), it was chosen for this study. For the sensitivity studies to be 
valid, the finite element models generated must be compatible with Westergaard's assumptions. 
Thus, all sensitivity studies for this research were conducted for the general problem of an elastic 
plate resting on a bed of springs foundation considering interior or edge loading conditions. 
Solutions to Westergaard's theory include Westergaard's equations, Pickett and Ray (1951) 
response charts, and computerized solutions such as WESTER (Ioannides 1984). ILLI-SLAB 
(Tabatabaie-Raissi 1978, Ioannides 1984, Korovesis 1990) is perhaps the most widely used and 
verified 2D plate theory finite element solution for the rigid pavement problem. Thus, where 
possible, all finite element solutions were compared against a Westergaard theory solution 
obtained from WESTER. Also, an ILLI-SLAB solution, developed considering the user 
guidance given by Ioannides (1984), was used as a benchmark. 

3.2 EXAMPLE PROBLEMS FOR SENSITIVITY STUDIES. 

A set of example problems was selected for performing the sensitivity studies. These problems 
included three interior load cases and two edge load cases. Each case consisted of a 203.3-mm 
(8-in.) -thick elastic slab resting on a dense liquid foundation with a modulus of subgrade 
reaction k = 81.43 MPa/m (300 psi/in.). The elastic slab had a modulus of elasticity of 
£ = 20,700 MPa (3,000,000psi) and a Poisson's ratio of p= 0.15. The radius of relative 
stiffness, as defined by Westergaard (1926) 

£ = J ®L-  (3.1) 

where k = modulus of subgrade reaction.   These values yield a radius of relative stiffness of 
t =653.1 mm (25.70 in.). 
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3.2.1 Interior Load Case I. 

Figure 3-1 shows the configuration for Interior Load Case 1. The slab was square with the length 
of the sides set at L = 3.049 m (120 in.). The center of the slab was loaded with a uniform 
pressure of p = 6.895 MPa (100 psi) over a square area and the length of the sides of the loaded 
area being 609.8 mm (24 in.). An equivalent circular load would have a radius of a = 344.0 mm 
(13.54 in.); thus the dimensionless load size ratio is alt = 0.527.   The total applied load was 
256.2 kN (57,6001b). The personal computer program WESTER, developed by Ioannides 
(1984), was used to obtain a Westergaard solution. Due to the very large size of the load, the 
Westergaard-type solution for Interior Load Case 1 may not be entirely accurate. For this case, 
the maximum interior bending stress predicted by Westergaard's theory, which occurs beneath 
the centroid of the loaded area, was 4.434 MPa (643.2 psi); thus the maximum normalized 
bending stress can be expressed as 

<oh^ 4.434 MPax(0.2033 m) 2 

.,, . r   , 0.2562 MN /Interior Case I 

= 0.715 (3.2) 

The maximum deflection from the Westergaard theory, which also occurs beneath the centroid of 
the loaded area, is 0.8398 mm (0.00331 in.). The maximum deflection, expressed as a 
dimensionless quotient, was the following: 

(wk e\ 0.0008398mx81.43MPa/mx( 0.6531m f      ^ 

h 'nterior 0.2562 MN 
Case I 

3.2.2 Interior Load Case II. 

A second interior load case, shown in figure 3-2, was investigated. This load case was identical 
to Interior Load Case I, except that the size of the square loaded area decreased to 203.3 mm 
(8 in.) on a side. Thus, the magnitude of the load was total load was 28.47 kN (6400 lb) for 
Interior Load Case II. The equivalent radius for circular loaded area is a = 114.7 mm (4.51 in.), 
yielding a dimensionless load size ratio of al £ =0.175. 

Again, WESTER was used to obtain the Westergaard solution for Interior Load Case II. For this 
case, the maximum bending stress was 0.8898 MPa (129.1 psi), yielding a maximum 
dimensionless bending stress of 

fah2\ =  0.8898MPax(0.2033mf  =  ; 2g 

P    ,, .   .    „ 0.02847 MN /Interior Case II 

3-2 



3.049 m 
(120 in.) 

609.8 mm 
(24 in.) 

609.8 mm 
(24 in.) 

3.049 m 
(120 in.) 

p = 6.895 MPa (100 psi) 
k= 81.43 MPa/m (300 psi/in.) 
E= 20,700 MPa (3,000,000 psi) 
// = 0.15 
h = 203.3 mm (8 in.) 
^ = 653.1 mm (25.7 in.) 

FIGURE 3-1. SYSTEM CONFIGURATION, INTERIOR LOAD CASE I 

The maximum deflection predicted by Westergaard theory is 0.1010 mm (0.00397 in.), which 
expressed as a dimensionless quotient, was 

(wkl2} 
'ntenor 
Case II 

0.0001010mx81.43 MPa/mx(0.6531m f 
0.02847MN 

= 0.123 (3.5) 
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3.049 m 
(120 in.) 

203.3 mm! 
(8 in.) 

203.3 mm 
■   (8 in.) 

h 3.049 m 
(120 in.) 

p = 6.895 MPa(100 psi) 
k = 81.43 MPa/m (300 psi/in.) 
E= 20,700 MPa (3,000,000 psi) 
A* = 0.15 
h = 203.3 mm (8 in.) 
^ = 653.1 mm (25.7 in.) 

FIGURE 3-2. SYSTEM CONFIGURATION, INTERIOR LOAD CASE H 

3.2.3 Interior Load Case III. 

A third interior load case, shown in figure 3-3, was studied. All slab parameters from Interior 
Load Case II were retained with the exception of the horizontal extent of the slab, which was 
varied from 2£ to 10^. In all cases, the slab remained a perfect square. Therefore, the 
maximum bending stress and deflection as predicted by Westergaard's theory are identical to 
those of Interior Load Case n. 
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r 

Varies 

203.3 mm; 
(8 in.) 

203.3 mm 
(8 in.) 

-Varies- 

p = 6.895 MPa(100 psi) 
k = 81.43 MPa/m (300 psi/in.) 
E= 20,700 MPa (3,000,000 psi) 
ju = 0.15 
/7 = 203.3 mm (8 in.) 
^ = 653.1 mm (25.7 in.) 

FIGURE 3-3. SYSTEM CONFIGURATION, INTERIOR LOAD CASE m 

3.2.4 Edge Load Case I. 

The edge load case considered in the sensitivity studies is illustrated in figure 3-4. The slab was 
rectangular with the maximum dimension of 3.049 m (120 in.) and the minimum dimension of 
2.541 m (100 in.). A uniform pressure of p = 6.895 MPa (100 psi) was applied at the center of 
one edge of the slab over a square area and the length of the sides of the loaded area being 
203.3 mm (8 in.). An equivalent circular load would have a radius of a = 114.7 mm (4.51 in.), 
yielding a dimensionless load size ratio of alt =0.175. The magnitude of the load was total load 
was 28.47 kN (6400 lb). 
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203.3 mm 
(8 in.) 

3.049 m 
(120 in.) 

203.3 mm 
(8 in.) 

-2.541 m- 
(100 in.) 

p= 6.895 MPa(100 psi) 
k = 81.43 MPa/m (300 psi/in.) 
E= 20,700 MPa (3,000,000 psi) 
/i = 0.15 
h = 203.3 mm (8 in.) 
.£ = 653.1 mm (25.7 in.) 

FIGURE 3-4. SYSTEM CONFIGURATION, EDGE LOAD CASE I 

WESTER was used to obtain a Westergaard solution for the edge loading problem. The 
maximum bending stress, which occurs at the edge of the slab underneath the centroidal axis of 
the loaded area, was 1.719 MPa (249.3 psi) which can be expressed as the dimensionless quotient 
as 

foh2^ 

\ /Edge Case I 

1.719 MPax(0.2033mf 

0.02847 MN 
= 2.49 (3.6) 

The maximum deflection predicted by Westergaard was 0.3028 mm  (0.01192 in.).     The 
dimensionless deflection is 

C..1,  „2\ wk£ 

/Edge Case I 

0.0003028 mx. 81.43 MPa/m x (0.6531 m f 

0.02847 MN 
=  0.369 (3.7) 
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3.2.5 Edge Load Case n. 

A plot of the system configuration for Edge Load Case II is shown in figure 3-5. The lengths of 
the sides of the square slab were varied from 2£ to \0£. The load, slab thickness, slab elastic 
properties, and modulus of subgrade reaction were identical to that of Edge Load Case I; thus, the 
radius of relative stiffness of the system was identical and the expected bending stress and 
deflection remained unchanged from Edge Load Case I. 

203.3 mm 
(8 in.) 

Varies! 

203.3 mm 
(8 in.) 

-Varies- 

p= 6.895 MPa(100 psi) 
k = 81.43 MPa/m (300 psi/in.) 
E= 20,700 MPa (3,000,000 psi) 
Ai = 0.15 
h = 203.3 mm (8 in.) 
£ = 653.1 mm (25.7 in.) 

FIGURE 3-5. SYSTEM CONFIGURATION, EDGE LOAD CASE E 

3.3 RESPONSE AND SENSITIVITY STUDY RESULTS. 

Some of the questions to be answered by the response and sensitivity study are summarized as 
the following: 

a. What 3D hexahedron element is appropriate for the slab-on-grade problem? 

b. What mesh fineness is required in the plane of the slab surface? 

c. What mesh fineness is required in the plane of the slab thickness? 
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d. Should the analyst be concerned about transverse shear deformations for interior and edge 
load cases for rigid pavements? 

e. What is the minimum slab dimension in the plane of the slab surface required to meet 
Westergaard's assumption of a semi-infinite or infinite slab?   How significant is this 
boundary effect for finite element modeling? 

These issues are addressed in the remainder of this chapter. 

3.3.1 Interior Load Case I. 

Interior Load Case I was the most general load case studied and was primarily intended to study 
mesh fineness and element selection issues. Studies were conducted in both 2D and 3D. These 
studies are described and summarized below. 

3.3.1.1 2D Convergence Studies. 

Four finite element meshes representing different degrees of mesh fineness were generated. 
Table 3-1 is a summary of the results of these calculations. The degree of mesh fineness is 
characterized by the dimensionless ratio h/2a were h is the thickness of the slab and 2a is the 
minimum length of the side of an element. Figure 3-6(a) shows a diagram of the lengths of the 
sides of the 2D shell elements. Each of the finite element meshes are shown in figure 3-7. 

TABLE 3-1. RESULTS OF 2D CONVERGENCE STUDY, INTERIOR LOAD CASE I 

h/2a 
Mesh 
Fineness 

ILLI- 
SLAB 

ABAQUS 

S4R S4R5 S8R5 
S8R 
(Default Gz) 

S8R 
(100 x 
Default Gz) S9R5 

Dimensionless Maximum Interior Bending Stress, ah /P 

0.67 Coarse 0.804 0.575 0.575 0.804 0.805 0.802 0.716 

1.33 0.751 0.695 0.694 0.748 0.748 0.751 0.727 

2.67 0.739 0.722 0.722 0.735 0.735 0.739 0.730 

4.00 Fine 0.736 0.727 0.727 0.733 0.733 0.736 0.733 

Dimensionless Maximum Interior Deflection, wk£ 2/P 

0.67 Coarse 0.129 0.130 0.130 0.132 0.132 0.131 0.132 

1.33 0.129 0.132 0.132 0.132 0.132 0.139 0.132 

2.67 0.129 0.132 0.132 0.132 0.132 0.129 0.132 

4.00 Fine 0.128 0.132 0.132 0.132 0.132 0.129 0.132 
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2,a / Plane of Slab Surface 

2a<2b 
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2c<2a< 2b 

(b) 3D element 

FIGURE 3-6. DEFINITION OF ELEMENT DIMENSIONS FOR DETERMINING MESH 
FINENESS 
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HGURE 3-7. FINITE ELEMENT MESHES IN PLANE OF SLAB SURFACE, INTERIOR 
LOAD CASE I 
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For each mesh the slab was modeled using double symmetry, i.e., both the x and y axis were axes 
of symmetry, thus reducing the memory requirements and computing time. The elements were 
all square and uniform throughout each mesh. Identical meshes were used for ILLI-SLAB and 
ABAQUS, with the exception that midside nodes were required for the quadratic shell elements 
in ABAQUS. For the nine-noded ABAQUS shell element, an additional node was required at 
the centroid of each element. 

The Westergaard solution for this problem predicts a greater stress and a lessor deflection 
compared to the ILLI-SLAB solution. This is due to the quite large load size ratio {alt > 0.5) for 
this problem. In this case, the ILLI-SLAB solution is more accurate and should be used as the 
baseline calculation for this load case. 

It is immediately apparent from table 3-1 that for both ILLI-SLAB and the ABAQUS shell 
elements that deflections converge much faster than stresses. The linear shell elements (S4R and 
S4R5) performed poorly for the coarser meshes, while the quadratic shell elements (S8R5, S8R, 
and S9R5) performed much better. The differences observed between the ABAQUS shell 
elements with six degrees of freedom per node (S4R and S8R) and their conjugate element with 
five degrees of freedom per node (S4R5 and S8R5, respectively) were small. 

3.3.1.2 3D Convergence Studies. 

A partial matrix of convergence studies was conducted in 3D for Interior Load Case I. The 
results of these studies are summarized in table 3-2. This load case was used to study the choice 
of element types for 3D modeling, the mesh fineness in the plane of the pavement surface, and 
the mesh fineness through the depth of the slab. As in the case of the 2D shell elements, the 
fineness of the mesh in the plane of the slab was characterized by the element aspect ratio in that 
plane defined by h/2a where 2a is the length of the smallest side of the element in the horizontal 
plane. Likewise, in the plane of the slab thickness, the fineness of the mesh was characterized by 
the aspect ratio h/2c, where 2c is the length of the smallest side of the element in the vertical 
plane. These dimensions are indicated in figure 3-6(b). In plan view the meshes were composed 
of square elements whose aspect ratios were identical to those shown in figure 3-7. Figure 3-8 
shows a diagram of selected 3D meshes through the thickness of the slab. 

The results in table 3-2 indicate that the linear hexahedral elements, both fully integrated (C3D8) 
and under integrated (C3D8R), under predict the dimensionless stress parameter for the rigid 
pavement problem. This is due to locking of the element. However, the responses of the 
quadratic elements (C3D20, C3D20R, C3D27, and C3D27R) are much better than those of the 
linear elements. Each of the serendipity formulation elements (C3D20 and C3D20R) and the 
Lagrangian elements (C3D27 and C3D27R) performed quite well. The convergence trends for 
dimensionless bending stress and dimensionless deflection are shown in figures 3-9 and 3-10, 
respectively. One of the primary distinctions between the serendipity and Lagrangian elements is 
in the amount of CPU time required to perform the calculations as illustrated in figure 3-11. The 
solution time for the C3D27 element is over two times that required for the C3D20 element. For 
both the C3D20R and C3D27R, use of reduced integration results in a reduction of CPU time by 
about 10 percent over its fully integrated counterpart. 
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TABLE 3-2. RESULTS OF 3D CONVERGENCE STUDY, INTERIOR LOAD CASE I 

J 1—1— 

h/2a 

ILLI- 
SLAB 

(2D) h/2c 

ABAQUS 

C3D8 C3D8R C3D20 C3D20R C3D27 C3D27R 

Dimensionless Stress at Center of Loaded Area (oyyh
2/P) 

0.67 0.751 1.0 0.414 0.431 0.754 0.751 0.753 0.750 

1.5 0.476 0.505 0.754 0.755 0.752 0.751 

2.0 0.509 0.545 0.753 0.757 0.752 0.752 

1.33 0.739 1.0 — ~ — — ~ — 

1.5 ~ — — — ~ 

2.0 0.582 0.571 0.746 0.744 0.746 0.745 

2.00 0.736 1.0 -- -- 0.745 — — ~ 

1.5 — — 0.745 — -- — 

2.0 0.597 0.575 0.745 0.742 0.745 0.743 
I                                                                                                                                                                                                        2 

Dimensionless Deflection at Center of Loaded Area (wk£ /P) 

0.67 0.129 1.0 0.128 0.146 0.131 0.131 0.131 0.131 

1.5 0.124 0.137 0.131 0.131 0.131 0.131 

2.0 0.123 0.134 0.131 0.131 0.131 0.131 

1.33 0.129 1.0 — — — — — — 

1.5 — — — — — — 

2.0 0.130 0.135 0.131 0.131 0.131 0.131 

2.00 0.128 1.0 — — 0.131 — — — 

1.5 — — 0.131 — ~ — 

2.0 0.132 0.135 0.131 0.131 0.131 0.131 

CPU Time on CRAY Y-MP Computer, sec 

0.67 1.0 8.6 7.4 25.1 20.9 28.4 32.6 

1.5 12.8 11.0 38.3 32.1 57.3 50.4 

2.0 17.0 14.7 52.7 44.2 81.2 54.0 

1.33 1.0 — — « — — -- 

1.5 ~ — ~ — — — 

2.0 57.6 60.4 180.2 225.3 298.8 268.7 

2.00 1.0 — — 202.2 — — ~ 

1.5 — — 325.9 — — — 

2.0 165.7 144.3 773.4 695.3 1636.6 1560.6 

Table entries of "—" indicate that this computation was not performed or is not applicable. 
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h/2a = 0.67, h/2c= 1.0 

h/2a = 0.67, h/2c= 1.5 

h/2a = 0.67, h/2c = 2.0 

h/2a=2.0,h/2c = 2.0 

h/2a=2.0,h/2c = 2.0 

FIGURE 3-8. FINITE ELEMENT MESHES IN PLANE OF SLAB THICKNESS, 
INTERIOR LOAD CASE I 

The results in table 3-2 show that increasing the mesh fineness in the plane of the slab thickness 
from h/2c = 0.67 (in this case, two elements through the slab thickness) to h/2c = 2 (four 
elements through the slab thickness) has a negligible affect on the accuracy of the solution for the 
quadratic hexahedron elements. Thus, at least three elements through the slab thickness is likely 
a good choice since it is desirable to maintain the element aspect ratios in all three dimensions to 
reasonable values. 
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FIGURE 3-9. DMENSIONLESS BENDING STRESS, INTERIOR LOAD CASE I 
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FIGURE 3-10. DMENSIONLESS DEFLECTION, INTERIOR LOAD CASE I 
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h / 2a = 2    h / 2c = 2 
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C3D20 C3D20R C3D27 C3D27R 
Element Type 

FIGURE 3-11. CPU TIME, SELECTED 3D RUNS, INTERIOR LOAD CASE I 

3.3.1.3 Summary. 

Figure 3-12 shows a comparison of dimensionless bending stress between ILLI-SLAB and the 
ABAQUS S8R (with both the default transverse shear stiffness and 100 times the default 
transverse shear stiffness) and C3D27R elements as a function of mesh fineness as measured by 
h/2a. It is apparent from this plot that the response of the S8R element most nearly matches that 
of ILLI-SLAB when the transverse shear stiffness is increased over that of the default value. The 
data in this plot also indicate that the C3D27R element predicts slightly greater stresses than 
either of the two ABAQUS models and ILLI-SLAB. Figure 3-13 shows a similar plot for 
dimensionless deflection. These data show that the deflection convergence curves for ABAQUS 
are completely flat, indicating that additional mesh fineness does not increase accuracy. It is of 
interest to note that the deflection of the C3D27R element lies between the two indicated curves 
for the S8R element. 

Thus, it would appear that any of the quadratic hexahedron elements would perform successfully 
in a general, 3D model of the rigid pavement system. Strictly based upon indicated solution 
times, the C3D20R would appear to be the optimum element for this problem. However, other 
concerns (such as compatibility with interface and joint elements) make the C3D27R a more 
pragmatic choice for further model development. 
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FIGURE 3-12. DMENSIONLESS BENDING STRESS SUMMARY, INTERIOR LOAD 
CASE I 
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FIGURE 3-13. DMENSIONLESS DEFLECTION SUMMARY, INTERIOR LOAD CASE I 

3.3.2 Interior Load Case H 

Interior Load Case II was studied to obtain a more direct comparison of the finite element 
solutions to the Westergaard interior load case. The finite element meshes used for Interior Load 
Casell are shown in figure 3-14. Three models were used with h/2a ratios of 2, 4, and 8, 
respectively. For each case a quarter-slab model was used, taking advantage of symmetric 
boundary conditions along both the x and y axes to enforce the interior loading condition. For 
the C3D27R model, the aspect ratio in the plane of the slab thickness was set at h/2c = 2. The 
results of these analyses are summarized in table 3-3. 
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h/2a = 2 h/2a = 4 h/2a = 8 

FIGURE 3-14. FINITE ELEMENT MESHES IN PLANE OF SLAB SURFACE, INTERIOR 
LOAD CASE n 

TABLE 3-3. RESULTS OF CONVERGENCE STUDY, INTERIOR LOAD CASE H 

Westergaard h/2a EJLI-SLAB 

ABAQUS 

S8R5 
S8R5 

(Default Gz) 
S8R 

(100*Default Gt) 
C3D27R 
(h/2c = 2) 

Dimensionless Bending Stress (ah2/P) 

1.295 2 1.405 1.403 1.405 1.407 1.354 

4 1.347 1.342 1.342 1.346 1.330 

8 1.330 1.323 1.328 1.327 1.322 

Dimensionless Deflection (wk£2/P) 

0.123 2 0.139 0.146 0.146 0.138 0.143 

4 0.138 0.146 0.146 0.138 0.143 

8 0.138 0.146 0.146 0.138 0.143 

These data indicate that the finite element models considered tend to predict maximum interior 
bending stresses that are in reasonable agreement with those predicted by Westergaard when the 
mesh fineness in the plane of the slab surface is given by h/2a < 4. For deflections, the results 
are virtually insensitive to mesh fineness over the ranges considered in this study. However, it 
should be noted that the deflections calculated from the finite element analyses are approximately 
15 percent greater than those predicted by Westergaard, except for the S8R element with 100 Gz. 

3.3.3 Interior Load Case PI. 

The lengths of the sides of the square slab were varied from 2£ to 101 to investigate the effects 
of the slab dimensions on Westergaard's assumption of an infinite slab using the S8R element 
with the ABAQUS default transverse shear stiffness. The finite element meshes used for Interior 
Load Case m are shown in figure 3-15.   A quarter-slab model was used, taking advantage of 
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symmetric boundary conditions along both the x and y axes to enforce the interior loading 
condition. Figure 3-16 summarizes the results of these calculations expressed as the ratios of the 
maximum stress calculated from the finite element method (<JFEM) to the maximum Westergaard 
interior stress (Gwestergaard)- Based upon these calculations, one can conclude that the minimum 
slab dimensions required to approximate an infinite slab for the interior loading case is 
approximately L/f = 6. Also, the commonly held rule of thumb for the transition between thin- 
and thick-plate theory of L/h = 20 appears to be borne out by these calculations. Figure 3-17 
shows a plot of the maximum deflection calculated from the finite element method (WFEM) to the 
maximum Westergaard interior deflection (wWestergaard)- Similar conclusions can be drawn from 
this plot. 

Note: X and Y axes are axes 
of symmetry for each model. 
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FIGURE 3-15. FTNITE ELEMNET MESHES IN PLANE OF SLAB SURFACE, INTERIOR 
LOAD CASE m 

3-17 



1.10 

1.05 

I   1.00 

5   0.95 
Lil 
Li. 

L/t 

6 
ii—i—i—I—r 

0.90 

0.85 

4 6 8 10 
—i—i—i—i—|—i—i—i—i—|—I—i—I—i—|—i—r 

/ \ 

J- 
^. 

/ 
/ ABAQUS S8R with default G, 

I 
I I = 653 mm (25.7 in.) 

h = 203 mm (8 in.) 

■ i i i i i i i i i i i i i i i i i i I i i i i l i i i i 

10 15 20 

L/h 

25 30 35 

FIGURE 3-16. STRESS RATIO, INTERIOR LOAD CASE III 

L/l 

2 4 6 8    10 
2.25 p—fr-i—i—i—i—|—i—i—i—i—|—i—>—i—i—i—i   '   '   '   |   '   I 

CD 

2.00 

1.75 - 

1.50 

I   1.25 

1.00 

0.75 

ABAQUS S8R with default Gz 

I = 653 mm (25.7 in.) 
h = 203 mm (8 in.) 

iiiiiii.iiiii.il i i i I i i—i—i—I—i—i—i—1_ 

10 15 20 

L/h 

25 30 35 

FIGURE 3-17. DEFELCTION RATIO, INTERIOR LOAD CASE m 

3.3.4 Edge Load Case I. 

Edge Load Case I was developed to study the response of the finite element model for the edge 
load case. As with the interior load cases, ILLI-SLAB runs were made using identical meshes for 
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purposes of comparison. Based upon the results of the previously described interior load cases, 
the only ABAQUS 2D element considered for this load case was the S8R. However, the 
transverse shear stiffness of the element was varied to study its influence on the response of the 
model. A half-slab model was employed, taking advantage of symmetric boundary conditions 
along the x axis to enforce the edge loading condition. Figure 3-18 shows the finite element 
model developed for this purpose. The model consisted of square elements with an h/2a ratio 
of 4. 

y 

h/2a = 2 

h / 2a = 4 

y 

h/2a = 8 x 

FIGURE 3-18. FINITE ELEMENT MESHES IN PLANE OF SLAB SURFACE, EDGE LOAD 
CASE I 
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Figure 3-19 shows dimensionless bending stresses from ABAQUS and ILLI-SLAB for Edge 
Load Case I plotted versus distance from the edge of the slab as a function of the transverse shear 
stiffness. These data show a perplexing result from ABAQUS; the stresses do not increase 
monotonically to the edge of the slab, but decrease near the edge. This finding disagrees with the 
ELLI-SLAB solution, which increases monotonically to the edge of the slab. Away from the edge 
of the slab, ILLI-SLAB and ABAQUS S8R agree quite well. In fact, as the transverse shear 
stiffness of the S8R element is increased, the response approaches that of ILLI-SLAB until at a 
transverse shear stiffness of 100 times the default the ABAQUS S8R response approximates the 
ILLI-SLAB response. 

2.6 -i—i—i—r 

l I i i i u 

0.00 0.25 0.05 0.10 0.15 0.20 

Distance from Edge, xJl 

FIGURE 3-19. DIMENSIONLESS BENDING STRESS, EDGE LOAD CASE I 

A 3D model was developed using the ABAQUS C3D27R element with three elements through 
the thickness of the slab (h/2c = 1.67). In the plane of the slab surface, the mesh was identical to 
that shown in figure 3-18. Figure 3-20 shows a plot of dimensionless bending stresses from 
ABAQUS and ILLI-SLAB plotted versus distance from the edge of the slab as a function of the 
transverse shear stiffness including the ABAQUS C3D27R model. Also shown in the plot are 
the responses predicted by the ABAQUS S8R element for three values of transverse shear 
stiffness: one, two, and 100 times the ABAQUS default values. Interestingly enough, the 
ABAQUS C3D27R response more nearly matches the response of the S8R element with the 
default transverse shear stiffness than the ILLI-SLAB response. In fact, the 3D model matches 
the response from the S8R model very closely when the default transverse shear stiffness is twice 
the default value. 
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FIGURE 3-20. SUMMARY OF 2D AND 3D RUNS, DIMENSIONLESS BENDING STRESS, 
EDGE LOAD CASE I 

The above observations leads to a very significant and perhaps far-reaching conclusion: the 
classical Kirchoff assumptions of thin-plate theory, adopted by Westergaard, are not strictly valid 
for the edge loading case in rigid pavements. It is interesting to note that Timoshenko and 
Woinsowsky-Krieger (1959) in their now classical treatise on plates and shells made the 
following observation: 

The disregard of the deformation due to the transverse stress component obviously is 
equivalent to the assumption of a shear modulus Gz = °°; proceeding in this way we 
replace the actual material of the plate, supposed to be isotropic, by a hypothetical 
material of no perfect isotropy. 

They go on to draw the following conclusion: 

On the other hand, in attributing some purely hypothetical properties to the material of 
the plate we cannot expect complete agreement of the theoretical stress distribution 
with the actual one. The inaccuracy of the customary thin-plate theory becomes of 
practical interest in the edge zones of plates and around holes that have a diameter 
which is not large in comparison with the thickness of the plate. 

3.3.5 Edge Load Case n. 

Additional insight into the effect of the Kirchoff assumptions on the response for a load near the 
edge of a slab-on-grade was obtained from Edge Load Case n. As was the case with Interior 
Load Casein, the lengths of the sides of the square slab were varied from 21  to 10^  to 
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investigate the effects of the slab dimensions on Westergaard's assumption of an infinite slab 
using the S8R element with two values of the transverse shear stiffness: the default Gz, and 
100 times the default Gz. The finite element meshes used for Edge Load Case II are shown in 
figure 3-21. A half-slab model was used, taking advantage of symmetric boundary conditions 
along the x axis to enforce the edge loading condition. 
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FIGURE 3-21. FINITE ELEMENT MESHES IN PLANE OF SLAB SURFACE, EDGE LOAD 
CASE II 
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The results of these analyses are shown in figures 3-22 and 3-23 as plots of dimensionless 
bending stress versus distance from the edge of the joint expressed as a function of I. In 
figure 3-22 the S8R transverse shear stiffness was set to the ABAQUS default value. Clearly, the 
maximum stress occurs at a distance of about 0. It from the edge of the slab for all values of L. 
Only for the case where L = 2 £ is the response significantly different. Figure 3-23 is a similar 
plot for the case where the transverse shear stiffness was set to 100 times the default Gz. In this 
case, each of the response curves increase monotonically to the edge of the slab, as predicted by 
Westergaard and thin-plate finite element programs such as ILLI-SLAB. Again, the response is 
significantly different for the case where L = 21. 

Figures 3-24 and 3-25 show similar curves for dimensionless deflection versus distance from the 
edge of the slab for the two values of transverse shear stiffness investigated. These curves 
indicate that deflections are not significantly influenced by the choice of transverse shear 
stiffness. Also, it can be observed that the deflection response is essentially the same for all 
curves were Ut > 6. 

Based upon these observations, it can be stated that, like the interior load case, the ratio of the 
minimum slab dimension to the radius of relative stiffness of at least 6 is required to model a 
semi-infinite slab. It can also be concluded that the magnitude and distribution of bending 
stresses near the edge of a slab are strongly dependent upon the transverse shear stiffness of the 
slab, while deflections are not sensitive to this parameter. 
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FIGURE 3-25. DIMENSIONLESS DEFLECTION, 100 TIMES DEFAULT TRANSVERSE 
SHEAR STIFFNESS, EDGE LOAD CASE H 

To develop further insight into the effect of the transverse shear stiffness on the edge loading 
response, a set of finite element calculations were performed to determine the limiting value of 
L/h for which thin-plate theory was acceptable for the edge load case. Figure 3-26 shows the 
result of these analyses. From these data, it appears that for L/h > 100, the effects of transverse 
shear stiffness on the edge loading response is negligible. Thus for any practical rigid pavement, 
the edge stress is influenced by the assumption of the Kirchoff plate theory. 

A special 3D finite element calculation was conducted to study the distribution of transverse 
shear stresses throughout the slab. The mesh in the plane of the slab surface was identical to that 
used in Edge Load Case I with h/2a ratio set to 4. Four elements were used across the thickness 
of the slab so that the slab's midsurface would be located at an element boundary. The load was 
identical to that described for Edge Load Cases I and II. 

These results indicate the magnitude of the maximum value of rxz is approximately 20 percent of 
the magnitude of the maximum edge stress in the slab. The maximum value occurs just to the 
right edge of the loaded area near the centerline of the slab. The magnitude of the maximum 
value of zyz is approximately 30 percent of the magnitude of the maximum edge stress in the slab. 
The maximum value occurs near the edge of the free edge of the slab in the vicinity of the loaded 
area. 

Figure 3-27 shows a cross section of the distribution of ryzh
2/P through the thickness of the slab 

near where its maximum value occurs. These data show that the transverse shear stress is 
distributed in a manner that is very nearly parabolic with the maximum value occurring at the 
slab's midsurface. Thus, the finite element solution agrees with the theorized distribution of 
transverse shearing stresses across the slab. 
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Experimental data to confirm the above observations are inconclusive. Full-scale accelerated test 
tracks as well as small-scale model tests conducted by the Corps of Engineers have indicated that 
the Westergaard analytical model overestimates the stresses and strains experienced in pavement 
(Rollings and Pittman 1992). Similar trends were found on small-scale model tests conducted by 
the Corps in the 1950's. Figure 3-28 shows results from small-scale model tests conducted by 
the Corps of Engineers (1954). These data indicate that the Westergaard theory solution is 
conservative for both edge and interior load cases. In figure 3-29, the ratio of the Westergaard 
theory stresses to the experimental stresses is shown for both interior and edge loads over a range 
of a/£. For these experiments, the discrepancy between theoretical and experimental stresses for 
the edge load case was less than that for the interior load case. However, two factors may have 
led to some errors in this data: 

a. Stresses were not directly measured. Strains were measured by resistance strain gages 
bonded to the slab. For the edge load case, the strain gages were located at some finite 
distance from the edge, and the strains were extrapolated to the edge. This is equivalent 
to assuming that the Kirchoff theory applies. 

b. The modulus of subgrade reaction of the rubber foundation used in these tests was 
estimated from the volume of the deflection basin produced by an edge loading and an 
interior loading. This method, at best, gives a composite estimate of the modulus of 
subgrade reaction but may lead to errors in the calculation of theoretical stresses. 

-i—i—i—i—I—i—i—i—i—I—I—i—i—I—i—i—I—i—i—I—i—i—i—i—1—i—i—i—r 
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FIGURE 3-28. THEORETICAL AND EXPERIMENTAL DLMENSIONLESS BENDING 
STRESS FROM SMALL-SCALE MODEL STUDIES 

3-27 



1.30 

1.25 

*   1.20 b 
■E 
a 
m & 

|   1.15 

1.10 

1.05 

-i—i—i—1—i—i—i—|—i—i—i—I—i—i—i—I—i—i—i—I—i—i—r 

-*— Interior, k = 9.6 MPa/m (35 psi/in.) 
-A- Edge, k = 17.8 MPa/m (65 psi/in.) 

_l I I I I I I I I I I I I I I I I I L_ 

0.0 0.1 0.2 0.3 0.4 0.5 0.6 

all 

FIGURE 3-29. RATIO OF THEORETICAL TO EXPERIMENTAL BENDING STRESS 
FROM SMALL-SCALE MODEL STUDIES 

3-28 



4. JOINTED SLABS-ON-GRADE MODEL. 

4.1 BACKGROUND. 

To extend the concepts established for single-slab models, 2D and 3D jointed rigid pavement 
models were developed. First, a two-slab jointed rigid pavement model with 2D shell elements 
was developed to establish baseline response data for development of 3D jointed pavement 
models and to further explore the effect of transverse shear stiffness on stresses at the edge of 
slabs. Subsequently a two-slab 3D finite element model with a joint was developed to 
demonstrate techniques of specifying the stiffness of the joint in 3D and for comparison of the 
response parameters with 2D analytical models. 

The results of both the 2D and 3D finite element models were compared to the closed-form 
Westergaard-type solution developed by Skarlatos (1949) as presented by Hammons and 
Ioannides (1995), which effectively broadens the Westergaard-type solution to explicitly include 
load transfer. In his 1948 paper, Westergaard proposed a solution for the edge load transfer 
problem. However, this work was limited by his implicit assumption that deflection load transfer 
and stress load transfer were identical. Model studies and full-scale tests in the 1940's and 
1950's conducted by the Corps of Engineers, and more recently by finite element investigations 
(Ioannides and Korovesis 1990, 1992), disproved this assumption. 

In 1949, Mikhail S. Skarlatos described his analytical investigations (Skarlatos 1949). He 
defined a dimensionless joint stiffness if) in terms of the radius of relative stiffness, modulus of 
subgrade reaction, and a parameter (q) which represents the force transferred across a unit length 
of joint per unit differential deflection across the joint as follows: 

/ = — (4.1) 
k£ 

Using this approach, Skarlatos developed relationships for stresses and deflections on the 
unloaded side of the joint which involved integral equations. Ioannides and Hammons (1996), 
using modern personal computers and powerful mathematical software, were able to perform the 
indicated integrations for square loaded areas of various sizes, 2e by 2e. Following the same 
approach as Westergaard, closed-form equations for the maximum deflection and maximum 
bending stress on the unloaded side of a joint capable of load transfer were developed. When 
used together with Westergaard's edge loading equations, the relationships developed by 
Ioannides and Hammons (1996) can be used to investigate the load transfer problem. 

The results of the analytical development work were consolidated into closed-form relationships 
relating deflection load transfer efficiencies, LTEs, stress load transfer efficiencies, LTEa,f, and a 
dimensionless measure of the loaded area size, sJi. Nonlinear regression was used to develop an 
expression for LTEs as a function/and £/£ as follows: 
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LTEs 

l + \og 

0.214-0.183] log/ 

1.180 
(4.2) 

Likewise, nonlinear regression was used to develop an expression for LTEs as a function of LTEa 

and e/£. The following regression formula was obtained: 

LTEs = - 

1206 
U^ 

+ 377 LTEl-693 
fp\ 

LTEa 

1 + 689 
fp.\ 

LTEo + 370-154 (- 

(4.3) 

LTEo 

Nonlinear regression was used to develop an expression for LTEa as a function of e/f and LTEs. 
The functional form of this regression algorithm was arbitrary from an engineering viewpoint and 
was selected from among a large number of choices investigated. The resulting algorithm was 
obtained: 

LTEa = 

10.14 
(r.\ 

+ 4.00 LTEs 4.3 
U^ 

+ 3.98 LTEs 

21.03 + 5.74 
fe^ 

20.98 

(4.4) 

LTEs 

These relationships, based upon sound analytical principles, provide a complete solution for the 
load transfer problem in jointed rigid pavements in a form that is convenient for routine 
engineering calculations. 

4.2 REPRESENTATION OF THE JOINT STIFFNESS. 

The analytical work of Ioannides and Korovesis (1992) using ILLI-SLAB led them to conclude 
that the response of both aggregate interlock and doweled joints can be represented by the 
concepts of dimensionless joint stiffness. This conclusion, verified experimentally by small- 
scale model studies conducted by the Corps of Engineers in the 1950's as reanalyzed in this 
study, eliminates the need to explicitly model dowels in finite element models. Coupled with the 
analytical developments of Skarlatos (1949), as presented by Ioannides and Hammons (1996), a 
powerful, yet simple, way of characterizing the dimensionless joint stiffness for finite element 
modeling emerges. 

Selection of an appropriate ABAQUS finite element spring model for use in modeling the 
interaction of nodes across a joint was required.   The ABAQUS element library contains a 
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collection of three simple spring models, each having its own unique properties. The SPRINGA 
element is an axial spring between two nodes whose line of action is the line joining the two 
nodes. The SPRING2 element allows the user more control over the line of action of the spring 
than the SPRINGA element by acting only a user-specified direction. The third simple spring 
element, the SPRING 1 element, is a spring between a node and ground (a fixed, unmoveable 
fictitious node) which acts in a fixed, user-specified direction. 

For each of these element types, the force-displacement relationship may be linear or nonlinear. 
For a linear force-displacement relationship, the user simply inputs the spring constant.  For a 
nonlinear spring, the user must input a table containing ordered pairs of force-displacement data. 
ABAQUS then linearly interpolates between the input values to obtain a complete nonlinear 
description of the force-displacement relation of the spring. 

ABAQUS also includes a more general spring and dashpot element called the JOINTC element. 
The JOINTC element, more formally known as flexible joint element, models the interaction 
between two nodes which may have internal stiffness or damping. The stiffness and damping 
properties, which may be linear or nonlinear, are defined by the user in three orthogonal 
directions. In a static analysis, damping is of no consequence and may be ignored; therefore, the 
JOINTC element reduces to a general spring element which may have a user-defined stiffness 
value in three orthogonal directions. Nonlinear force-displacement relationships for the JOINTC 
element are input by the user in a manner identical to that for the simple spring elements. 

The stiffness of the joint in most finite element codes for rigid pavement analysis (for example 
UXI-SLAB (Tabatabaie 1978, Ioannides 1984, Korovesis 1990)) consists of springs which have 
stiffness in the vertical direction only. Following this pattern, the interaction between nodes 
across a joint in ABAQUS could be modeled using the SPRING2 element. In the simplest case, 
the stiffness of the JOINTC element could be specified to be in the vertical direction only, 
reducing its effect to that of the SPRING2 element. However, the additional capabilities of the 
truly general 3D JOINTC element render it an attractive alternative to the more limited SPR1NG2 
element. For example, for future research studies in which dynamic analysis may be considered 
or for environmental analysis in which temperature and moisture gradients are important, the 
JOINTC element offers some attractive capabilities. Based upon these considerations, the 
JOINTC element was selected for use in this study. However, where the stiffness of the JOINTC 
element is limited to only a single direction and damping is ignored, the simpler SPRING2 
element would give identical results. 

For an aggregate interlock load transfer mechanism, the joint stiffness is prescribed by the 
parameter q, which defines the force transmitted per unit length along the joint per unit 
differential deflection across the joint. This term is identical to the AGG term defined in UXI- 
SLAB. For the dowel load transfer mechanism, q is defined as 

q = - (4.5) 
s 

where s is the dowel spacing. 
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The value of D depends upon the vertical stiffness caused by the support of the concrete, called 
the dowel-concrete interaction (DCI), and a vertical stiffness caused by beam bending. These 
two spring stiffnesses are summed as springs in series as follows: 

D: 
1 1 

+ - 
(4.6) 

DCI    12C 

The value of DCI is based on assuming the dowel to be a beam on a spring foundation and is 
given by the following relationship: 

DCI = 4ß3 

(2 + ßco) 
Ed Id (4.7) 

where 0) is the width of the joint opening. The term ß is identical to that used by Friberg (1940) 

ß = . Kd 
]4Edh 

(4.8) 

where K is the modulus of dowel support. 

The term C in equation 4.6 is defined by the relationship 

Ed Id C = 
o)3d+<P) 

(4.9) 

where 

4> = 12 Ed Id 
GdAzO)2 

(4.10) 

Gd is the shear modulus of the dowel bar as defined by 

Ed 

2(1 +Vd) 
(4.11) 

The term Az is the effective cross-sectional area in shear and is assumed to be 0.9 times the 
circular area as follows: 

A   =0.9 
4 

(4.12) 
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Once q has been established, it is necessary to distribute the stiffness to the nodes along the joint 
in a rational manner. One method of allocating the stiffness to the nodes is by using the concept 
of contributing area, which is commonly used in structural analysis. In this method the stiffness 
values assigned to each node, K, are determined based upon the length (in 2D) or area (in 3D) 
that contributes to the stiffness of the node. For equally spaced nodes in a 2D model, the nodes 
along a joint may be categorized into one of two types: interior nodes or edge nodes. Edge 
nodes are those which occupy the ends of the joint, while all other nodes are interior nodes. 
Based upon the concepts of contributing area, the stiffness of the interior nodes must be twice 
that of the edge nodes. If the length of the joint is given by A, and the number of nodes along the 
joint (for a 2D model) is given by N, then 

K = -^— (4.13) 
2(N-1) 

and 

Kinterior=2K 

fCedge ~" **• 

For 3D finite element models, the nodes along the face of the solid model at a joint must be 
categorized into three types: corner, edge, and interior nodes. Corner nodes are those nodes 
which occupy the four corners of the face, while edge nodes are all other nodes on the edge of the 
face. Interior nodes make up the remainder of the nodes. If the spacing of the nodes on the face 
of the joint is uniform, the unit stiffness value is given by 

K = &  (4.15) 
4(NR-l)(Nc-D 

where 

NR = the number of rows of nodes on the face of the joint 
Nc = number of columns of nodes on the face of the joint 

The complete development of equation 4.15 is given in appendix A. Using the concept of 
contributing areas, the following stiffness can be assigned to each type of node: 

K corner = K 

Kedge=lK (4.16) 

K interior = ^K 

A simply-supported beam with a uniformly distributed load (figure 4-1) was used to investigate 
the behavior of the JOINTC element. The material properties chosen for the beam were 
E = 27,600 MPa and /* = 0.18. The maximum deflection of this beam, calculated from the beam 
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theory, is 0.906 m. The beam was modeled with C3D27R elements. Three cases were explored. 
First, the beam was modeled as a monolith elastic solid. For this case ABAQUS predicted a 
maximum deflection (SES) of 0.913 m, approximately 99 percent of that expected from beam 
theory. 

1 MN/m • 
/" 

-See Detail A 

' '  i i  i i  i i i i  i i i  i i i  i i '^_,r i  i i  i i i ' 1 m 

40 @ 0.5 m = 20 m 
1 m 

Node      JOINTC 

t A 
J C3D27R 

DETAIL A 

FIGURE 4-1. SIMPLY-SUPPORTED BEAM PROBLEM TO TEST JOINTC ELEMENT 

For the second case, the beam was split into two parts at its centerline, and the nodes across the 
joint were joined with JOINTC elements, as indicated in the inset labeled "DETAIL A" in 
figure 4-1. Values of q ranging from 103 to 107 MN/m/m were selected, and the individual 
spring constants, K, were calculated using equations 4.15 and 4.16. Because it was desired to 
transfer both shear and bending moments across the joint, the JOINTC elements were assigned 
identical stiffnesses in all three degrees of freedom. These models were submitted as ABAQUS 
runs and the maximum corresponding deflections (8JOINTC) extracted from the output files. The 
results of these computations, presented in figure 4-2, indicate that as q approaches infinity the 
deflection approaches that calculated for the case in which the beam was monolithic. This could 
be true only if the JOINTC elements were effective in transferring shear and bending moments 
across a joint. 

In the third and final case investigated for this beam problem, the JOINTC elements were 
replaced with a type of kinematic restraint known in ABAQUS as multipoint constraints (MPC). 
MPCs are used to specify constraints between nodes. These constraints may be quite general, 
and a full description is not warranted here. The type of MPC option chosen for the beam 
problem is referred to as a "TIE"; that is, all active degrees of freedom are set equal at two nodes. 
It is intended to be used to join two parts of a mesh when corresponding nodes are to be fully 
connected. The results from this analysis, as expected, indicated that the maximum deflection 
was 0.913 m, identical to that from the monolithic elastic solid beam. Thus, MPCs with the TIE 
option invoked may be used to rigidly connect two bonded elastic bodies. 
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FIGURE 4-2. RESULTS FROM SIMPLY-SUPPORTED BEAM WITH JOINTC ELEMENT 

4.3 EXAMPLE PROBLEM. 

An example jointed slabs-on-grade problem was developed to verify the usefulness of the 
proposed ABAQUS model. The structural response obtained from the finite element solutions 
was compared with the closed-form, Westergaard-type solution for load transfer developed by 
Ioannides and Hammons (1996). The concepts of the dimensionless joint stiffness were used to 
determine the structural parameters for the joint. 

Two 6-m square slabs-on-grade separated by a doweled joint were chosen for the example 
problem. Table 4-1 contains of summary of the material and structural parameters for this 
problem. Where applicable, the germane equation numbers have been listed in the table. The 
material parameters assumed in this problem were typical of those commonly used in analysis. 
Similarly, the joint structural parameters were selected to be representative of those which might 
be expected in airport pavements. The load consisted of a uniformly pressure of p = 2.5 MPa 
distributed over an area of 0.06 m2. The structural response calculated from the Westergaard- 
type solution is also tabulated in table 4-1. 

A 2D shell element model of the example problem was developed to obtain response parameters 
for comparison with 3D models and to study the effect of the Kirchoff assumptions on load 
transfer at a joint. Figure 4-3 shows a plot of the finite element mesh used for this problem along 
with the material and structural properties assumed in the analysis. The ABAQUS shell element 
used in this model was the S8R element. The shell elements were supported on a bed of springs 
using the ABAQUS "FOUNDATION" option. Because calculations using this element are 
relatively inexpensive on the Cray computer, a fine mesh was employed to mitigate any effects 
from mesh fineness concerns. 
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TABLE 4-1. MATERIAL AND STRUCTURAL PARAMETERS, JOINTED SLABS-ON- 
GRADE EXAMPLE PROBLEM 

Parameter Equation No. Dimensions Value 

Slabs-on-Grade Material Parameters 

Es — F/L2 27,600 MPa 

ßs 
— — 0.15 

k — F/L3 115MPa/m 

Slabs-on-Grade Structural Parameters 

h — L 0.432 m 

a 3.1 L 1.133 m 

a — L 0.138 m 

£ ~ L 0.123 m 

£/£ — — 0.108 

Joint Material Parameters 

Ed — F/L2 200,000 MPa 

ßd — — 0.30 

K — F/L3 407,000 MPa/m 

Joint Structural Parameters 

s — L 0.457 m 

d — L 0.0508 m 

Id — L4 0.0327x10"6 m4 

Az 4.12 L2 1.82xl0"3m2 

Gd 4.11 F/L2 76,900 MPa 

CO — L 0.00254 m 

0 4.10 — 867 

c 4.9 F/L 4600 MN/m 

ß 4.8 L1 16.8 m"1 

DCI 4.7 F/L 604 MN/m 

D 4.6 F/L 597 MN/m 

f=D/sk£ — — 10.0 

q = D/s — F/L2 1300MN/m/m 

Structural Response Parameters 

LTEs 1.4 — 0.828 

LTEa 1.5 — 0.281 

LT 1.6 — 0.220 

4-8 



Two Slabs at 6 m Each 
JOINT 

J.0ADED AREA' 
AXIS OF SYMMETRY- 

E= 27,600 MPa 
ji = 0.15 
h = 0.432 m 
/f=115MPa/m 
£ =1.133m 
Gz = 4320 MPa 

Uh= 13.89 
Ltf = 5.30 
g=1300MN/m/m 

interior = 65 MN/m 
kedgg = 32.5 MN/m 

p = 2.5 MPa 

A = 0.06 m2 

P=0.15MN 

£ = 0.123 m 

e/i =0.108 

FIGURE 4-3. FINITE ELEMENT MESH FOR 2D JOINTED RIGID PAVEMENT MODEL 

Analyses were conducted using several multiples of the default transverse shear stiffness to 
investigate the effect this parameter might be having on load transfer. Figure 4-4 shows plots of 
dimensionless bending stress versus distance from the joint. The loaded slab was to the left of 
the joint. This plot shows that transverse shear stiffness has the same effect near a joint as near a 
free edge. For values of transverse shear stiffness less than approximately 100 times the 
ABAQUS default value, the maximum transverse bending stress values were predicted to be at 
some finite distance from the joint rather than at the joint. This phenomenon is evident on both 
the loaded and unloaded sides of the joint. 

The influence of the transverse shear stiffness on the commonly used measures of joint response 
is indicated in figure 4-5. Here, load transfer was calculated by forming the ratios of the slab 
responses (deflection or stress) at the joint, not at the peak values. Also shown on these plots are 
the Skarlatos solutions. It can be seen in figure 4-5 that LTEs converges to the Skarlatos solution 
from below as transverse shear stiffness increases, while LTEa and LT converge from above. It 
should be recognized that the Skarlatos solution is based upon Westergaard's theory and 
implicitly assumes that the slab can be modeled as a thin plate. Deflection load transfer 
efficiency for values of default transverse shear stiffness greater than approximately 10 times the 
ABAQUS default values agrees well with the Skarlatos solution. However, load transfer and 
stress load transfer efficiencies predicted by the finite element model are consistently greater than 
those predicted by Skarlatos. 
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FIGURE 4-4. BENDING STRESSES PREDICTED BY 2D FINITE ELEMENT MODEL OF A 
JOINTED PAVEMENT 

A 3D finite element model using ABAQUS C3D27R elements was created and executed. The 
model was identical in plane view to the 2D shell element model shown in figure 4-3. Four 
elements were used through the depth of the model. The lowest layer of elements was supported 
on a bed of springs using the ABAQUS "FOUNDATION" option. All material and structural 
parameters were the same as those used for the 2D shell element model (as described in 
figure 4-3). However, one exception should be noted. In 3D the individual spring constants 
were assigned according to equations 4.15 and 4.16 as follows: 

Kamer= 2.301 MN/m 

KeJge = 4.063 MN/m 

^,„^ = 8.125 MN/m 

(4.17) 
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FIGURE 4-5. COMPARISON OF JOINT RESPONSE PARAMETERS, 2D FINITE 
ELEMENT MODEL 

Figure 4-6 shows the a plot of the dimensionless bending stress from the 3D model along with 
selected data from the 2D shell element model. On the loaded side of the joint, the 3D model 
predicted lower stress than the 2D models. As was the case for a free edge, the 3D model 
predicts that the maximum stress does not occur at the joint, but some small distance away from 
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the joint. The higher bending stresses predicted by the 2D model were believed to be an artifact 
of the 2D shell element formulation, and the 3D bending stresses are likely more accurate. 
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FIGURE 4-6. COMPARISON OF BENDING STRESSES PREDICTED BY 2D AND 3D 
FINITE ELEMENT MODELS OF A JOINTED PAVEMENT 

The 3D finite element model was repeatedly executed, varying the value of q to get a range of 
responses. These data were then plotted against results from the relationships developed by 
Ioannides and Hammons (1996) from the Skarlatos model. The results of these comparisons are 
presented in figures 4-7 and 4-8. The ABAQUS 3D example problem is indicated in each plot. 

These figures indicate that over a wide range of values of joint stiffnesses and load transfer 
efficiencies, the trends predicted by the 3D finite element models are in agreement with those 
predicted by the closed-form solution. From figure 4-8, it can be observed that the Skarlatos 
model predicts lower values of stress load transfer efficiencies over a range of deflection load 
transfer efficiencies from 0.6 to 0.9, the range commonly encountered in airport pavements. 
Thus, the Skarlatos closed-form solution is more conservative than the finite element solutions 
over this range of values. This conclusion is also confirmed by the results from the example 
problem as shown in figure 4-5. However for many, if not all, heavily loaded rigid airport 
pavement slabs, the slab thickness is great enough that thin-plate theory is not strictly valid. For 
these slabs, load transfer is greater than that predicted by thin-plate theory. 
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5. CONTACT AND FRICTION MODELING. 

5.1 PROBLEM STATEMENT. 

In a rigid pavement structure, the interface between the slab and base course may be bonded, 
debonded, or perhaps some condition in between. In the bonded case, full strain compatibility is 
enforced between the slab and base course. In the debonded case, movement along the interface 
between the two bodies may be resisted by friction (aggregate interlock). If the slab and base are 
debonded, gaps between them are a possibility, particularly in the vicinity of a loaded joint. 

Contact interaction problems pose a challenge for the finite element modeler. When two solid 
bodies touch, a contact stress will be transmitted across the common surface. If there is friction 
between the two surfaces, a shear stress will also be present. The contact areas must be 
determined, and then the normal and shearing stresses transmitted through the contact area must 
be calculated. This gives rise to a highly nonlinear problem which requires an iterative solution 
procedure. 

5.2 CONTACT AND FRICTION OPTIONS IN ABAOUS. 

Two methods of modeling the mechanical interaction between element faces in ABAQUS are 
germane to the rigid pavement problem. The first of these methods involves the use of interface 
elements, referred to in ABAQUS as "INTER" elements, for contact and friction analysis. These 
elements are formulated to calculate the contact direction, contact area, and the normal and shear 
stresses transmitted across the contact surface. For 3D problems, three INTER elements are 
available in the ABAQUS element library: the INTER4 element, intended for use with 8-node 
hexahedral elements and 4-node shell elements; the INTER8 element, intended for use with 
20-node hexahedral elements and 8-node shell elements; and the INTER9 element, intended for 
use with 21- to 27-node hexahedral elements and 9-node shell elements. Use of the INTER8 
element is discouraged because uniform pressure on the 8-node surface produces negative 
contact forces at the corner nodes. The use of INTER elements is tedious, since they require the 
creation of zero-thickness elements along the contact interface. 

The second method of modeling the contact and friction between two bodies is the ABAQUS 
contact interaction option. This option, recently added to ABAQUS, is more convenient than the 
INTER element because creation of additional elements is not required. The two surfaces which 
may be in contact are defined by the user along with a choice of several friction models. Because 
of negative contact forces which arise at the corners of elements with 8 nodes on a face, the use 
of contact interaction for 20-node hexahedral elements is not recommended. For purposes of this 
research, a simple Coulomb friction model will be adopted. 

For both the INTER elements and the contact interaction option, the selection of boundary 
conditions at the interface is important to avoid certain numerical solver problems. Over 
constraint of the model results in "zero pivot" and "numerical singularity" warning messages 
from the solver and in most cases leads to an abnormal termination of the analysis. Because the 
contact interaction provides a kinematic constraint, these errors occur when two nodes on either 
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side of a contact surface are constrained with redundant kinematic boundary conditions. 
Figure 5-1 shows examples of an overconstrained and a nonoverconstrained contact surface 
problem. 

Contact 
' Surface" 

P 
• «  

i  

2MB 
\*4!'y*K 

:.--*CW-S*JW''■«*! WILTS'* 

(a) Overconstrained (b) Not overconstrained 

FIGURE 5-1. EXAMPLE OF OVERCONSTRAINT FOR CONTACT PROBLEM 

5.3 SIMPLE EXAMPLE PROBLEM. 

Figure 5-2 shows a simply-supported beam problem investigated using the friction and contact 
capabilities in ABAQUS. The beam was loaded with a uniformly distributed load of 1 MN/m 
and was assigned the elastic constants E = 27,600 MPa and ft - 0.18. The symmetry of the 
problem was used to model only half of the beam. The beam was split into two parts along its 
neutral axis, and various friction values were assigned to the contact surface along the neutral 
axis. The beam was modeled using C3D27R elements, while both the INTER9 elements and the 
contact interaction element were used (in separate analyses) to model the contact and friction at 
the neutral axis. The maximum deflection of this beam (if it were monolithic) predicted by beam 
theory is 0.906 m. 

Contact Surface    1 MN/m \ % 

I     |     |     |     |     |     i     i     |    =p 
1 m 

1 m 

10 @1 m = 10 m 

FIGURE 5-2. SIMPLY-SUPPORTED BEAM PROBLEM TO TEST CONTACT 
INTERACTION FEATURES OF ABAQUS 
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Results from these analyses normalized by the predictions from beam theory are plotted in 
figure 5-3. For both of the investigated methods of modeling and friction, deflections calculated 
by the finite element method approach that predicted by beam theory as the coefficient of friction 
becomes large. The results also indicate that the contact interaction option predicts deflections 
closer to the theoretical deflection for values of the coefficient of static friction greater than 
approximately ten. Because the contact interaction method is easier to use than interface 
elements and because the contact interaction method appears to be slightly more accurate than 
the interface element method, it is recommended that the contact interaction method should be 
used to model contact and friction where required. 
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6. SUMMARY OF RESPONSE AND SENSITIVITY STUDIES. 

Based upon the response and sensitivity studies conducted with the finite element code 
ABAQUS, the following conclusions can be drawn: 

a. For slabs where L/h is less than 100, classical Kirchoff assumptions, adopted by 
Westergaard, lead to errors in predicting edge stresses. The maximum edge stress is in 
fact less than that predicted by Westergaard. Furthermore, the maximum edge stress does 
not occur at the edge of the slab but at some finite distance from the edge. For most 
practical rigid pavement systems, the maximum edge stress will occur within 0. \t of the 
edge of the slab and will be approximately 10 percent less than that predicted by the 
Westergaard theory. Experimental studies done by the Corps of Engineers have shown 
that edge and interior stresses predicted by the Westergaard theory are conservative, but 
direct experimental evidence of the above conclusion could not be located in the 
literature. 

b. The phenomenon described above is also present on the loaded and unloaded sides of a 
joint in the FEM analysis of jointed pavements. Thus, the Kirchoff assumptions have an 
effect on the calculated values of load transfer. However, most airport rigid pavement 
slabs are thick enough that the Kirchoff thin-plate assumptions are not strictly valid. 
Based upon the analytical results from this chapter, it appears that load transfer values for 
slabs in which transverse shear deformations cannot be ignored are greater than those 
predicted by the thin-plate theory. Therefore, the classical assumptions used in 
developing the FAA design criteria have a fortuitous intrinsic margin of safety which 
previously had gone unrecognized. 

c. The joint stiffness was allocated to the nodes along the joint based upon the concept of 
contributing area. Furthermore, the ABAQUS JOINTC element was chosen for the 
connecting nodes at the joint due to its capabilities and versatility. 

d. For purposes of this study, the ABAQUS C3D27R element was chosen for development 
of the general rigid pavement model. The primary advantages and disadvantages of this 
element were the following: 

(1) Accuracy. This Lagrangian quadratic element with reduced integration is not 
subject to locking when the primary response mode is bending. Furthermore, 
spurious, zero-energy displacement modes (hourglassing) cannot propagate 
through the mesh; thus, hourglassing is not problematic. 

(2) Compatibility with contact interaction model. The C3D27R element is 
compatible with both the INTER9 interface element and the contact surface 
method of modeling contact interaction. Use of the C3D20R element leads to 
numerical instability due to negative contact forces at the corner nodes. 
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(3) Computational efficiency. The primary disadvantage of this element is that it is 
more expensive than the corresponding serendipity quadratic element (ABAQUS 
C3D20R). 

The multipoint, kinematic constraint capability in ABAQUS (known as the MPC "TIE" 
option) can be used to rigidly connect two bonded elastic bodies. 

Example 3D finite element calculations conducted for jointed slabs-on-grade indicated 
that the finite element solution compares favorably with the closed-form Westergaard- 
type solution of Skarlatos. Therefore, it is reasonable to extend the techniques developed 
in this chapter to the more challenging problem of slabs founded on stabilized bases. 

The ABAQUS contact interaction method is recommended in lieu of interface elements 
for further use where contact and friction modeling is required. 
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7. EXPERIMENTS ON LABORATORY-SCALE PAVEMENT MODELS. 

7.1 INTRODUCTION. 

Laboratory-scale experiments were conducted on jointed rigid pavement models to supplement 
the data from the small-scale model studies conducted in the 1950's (Hammons and Ioannides 
1995). Specifically, the objectives of these experiments were to: 

a. Observe the qualitative response of the rigid pavement slab-joint-base system at the 
phenomenological level. 

b. Obtain quantitative data to verify certain aspects of the analytical models developed in 
this study. 

In this chapter the experimental test plan and materials used to construct the models are 
described, and the results of the experiments are presented and discussed. 

7.2 EXPERIMENTAL PLAN. 

Experiments were conducted on six laboratory-scale jointed rigid pavement models. A matrix 
describing the parameters of each experiment is given in table 7-1. Each rigid pavement model 
consisted of two Portland cement concrete slabs, 915 mm (36 in.) by 1,220 mm (48 in.) by 
51 mm (2 in.) thick, separated by a joint. In each experiment, the subgrade was modeled by a 
1,800-mm (72-in.) -long by 1,200-mm (48-in.) -wide by 300-mm (12-in.) -thick rubber block. 
This block, purchased by the Waterways Experiment Station in about 1968 from the Goodyear 
Tire and Rubber Company, was composed of styrene butadiene (automobile tire) rubber. To 
develop baseline data, an experiment was conducted in which the jointed slabs were founded 
directly on the rubber block without a base course. Other slabs were founded on one of three 
different configurations of 38-mm (1-1/2-in.) -thick cement-stabilized base constructed directly 
on the rubber block: 

a. A monolithic cement-stabilized base. 

b. A cement-stabilized base with a discontinuity beneath the joint. 

c. A cement-stabilized base with the bond between the base course and slabs intentionally 
broken. 

Finally, one experiment was conducted with the slabs founded on a 102-mm (4-in.) -thick 
unbound granular base course. 

Studies by Ioannides and Korovesis (1992) showed that the response of both the aggregate 
interlock and dowel load transfer mechanisms can be described by a single relationship involving 
a dimensionless joint stiffness.    Therefore, only one type of load transfer mechanism, the 
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TABLE 7-1. LABORATORY-SCALE EXPERIMENT MATRIX 

Experiment 
Load Transfer 

Device Foundation Loading 

LSM-1 None Rubber Block Edge and Corner 

LSM-2 Doweled Joint Rubber Block Corner 

LSM-3 Doweled Joint Monolithic Cement—Stabilized Over 
Rubber Block 

Corner 

LSM-4 Doweled Joint Induced Crack, Cement—Stabilized 
Over Rubber Block 

Corner 

LSM-5 Doweled Joint Monolithic Cement—Stabilized Over 
Rubber Block With Bond Breaker 

Corner 

LSM-6 Doweled Joint Unbound Granular Base Corner 

Note:   Experiment LSM-3 was flawed due to technical difficulties. This experiment was 
repeated as LSM-3R. 

doweled construction joint, was studied. The doweled construction joint was selected because 
the joint stiffness can be more easily duplicated, from one model to another, than possible with a 
contraction joint even under controlled laboratory conditions. The response of the plain 
contraction joint could be inferred analytically using the methods pioneered by Ioannides and 
Korovesis (1992). 

Configurations for each experiment are shown in figure 7-1. Experiment LSM-1 was constructed 
to give no load transfer in order to obtain data required to estimate the modulus of subgrade 
reaction of the rubber block. All other models were constructed with uniformly spaced dowels. 
A 1.58-mm (1/16-in.) -thick piece of Teflon was placed between the two slabs to simulate a 
fixed-joint opening and to minimize the possibility of additional load transfer caused by 
aggregate interlock between the slabs. 

The rigid pavement slab-joint-foundation models were constructed and tested in a steel reaction 
box. One vertical face of the box featured a transparent window, allowing the cross section of 
the model in the region of the joint to be observed during loading. The ends of the slabs were 
restrained to prevent rotation, thereby increasing their effective length. Loads were provided by a 
closed-loop, servo-hydraulic structural testing system. 
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7.3 MATERIALS. 

The materials used in the experimental program were selected to meet three criteria: 

a. They must, to the extent practical, be representative of materials used to construct airport 
pavement facilities. 

b. They must be capable of being produced in the laboratory without large variations in 
material properties from model to model. 

c. They must be selected to expedite the testing schedule to meet the milestones set forth in 
the Interagency Agreement between WES and the FAA. 

A discussion of the selection of the concrete materials for the slabs, cement-stabilized material 
for the base, and steel for the dowels follows. 

7.3.1 Concrete Materials. 

All slabs were Portland cement concrete with 9.5-mm (3/8-in.) nominal maximum size 
aggregate. The mixture was proportioned to obtain a compressive strength of approximately 
27.6 MPa (4,000 psi) and an elastic modulus of approximately 27,600 MPa (4,000,000 psi) at 
7 days with accelerated curing. To achieve these properties, a blend of ASTM C 150, Type I and 
Typem cements, in equal proportions, was used along with an ASTM C 494, Type C 
accelerating admixture. The fine and coarse aggregates chosen for this study were from natural 
(uncrushed) river deposits, consisting primarily of rounded, dense chert and silica particles. 

The concrete mixture used for the slabs was selected from four trial concrete mixtures prepared 
in the laboratory. Water-cement ratios (by mass) varied from 0.60 to 0.70. A set of six 152-mm 
(6-in.) by 305-mm (12-in.) cylindrical concrete specimens was prepared from each mixture. To 
expedite the testing schedule for the pavement models, accelerated curing was investigated. Two 
curing regimens were evaluated: 

a. Continuous moist curing at room temperature. 

b. Accelerated curing defined as 2 days moist curing at room temperature, followed by 
2 days curing in an environmental chamber at 60°C (140°F), followed by moist curing at 
room temperature until time of testing. 

The final concrete mixture proportions selected for the model along with a listing of the sources 
of the materials are shown in table 7-2. This mixture had a water-cement ratio of 0.64 by mass. 
Results of tests to determine compressive strength (per ASTM C 39) and modulus of elasticity 
(per ASTM C469) are presented in table 7-3. Accelerated curing resulted in an almost 
10 percent increase in compressive strength and elastic modulus at 7 days over curing at room 
temperature. 
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TABLE 7-2. CONCRETE MIXTURE PROPORTIONS 

Constituent Manufacturer/S ource SI Units U.S. Customary Units 

Cement, ASTM C 150, 
Type I 

Capital Cement 
San Antonio, Texas 

148 kg/m3 250 lb/yd3 

Cement, ASTM C 150, 
Typem 

Capital Cement 
San Antonio, Texas 

148 kg/m3 250 lb/yd3 

Natural Sand Fine 
Aggregate 

C. J. Horner 
Hot Springs, Arkansas 

891 kg/m3 1,502 lb/yd3 

Natural Coarse Aggregate Mississippi Materials 
Vicksburg, Mississippi 

891 kg/m3 1,485 lb/yd3 

Pozztec 20 Admixture, 
ASTM C 4 94, Type C 

MasterBuilders 
Cleveland, Ohio 

2.321/m3 60 fl oz/yd3 

Water Municipal Water Supply 
Vicksburg, Mississippi 

191 kg/m3 322 lb/yd3 

TABLE 7-3. CONCRETE MIXTURE EVALUATION RESULTS 

Test Age 
days 

No. of 
Specimens 

No. of Days at 
60°C (140°F) 

Mean Compressive Strength 
MPa (psi) 

Modulus of Elasticity 
MPa (106 psi) 

7 2 0 23.9 (3470) 25,000 (3.60) 

7 2 2 25.7 (3730) 27,000 (3.90) 

14 2 2 28.1 (4080) Not Available 

7.3.2 Cement-Stabilized Base Materials. 

Cement-stabilized bases were composed of ASTM C 150, Type I, Portland concrete and a 
silty-sand aggregate. The cement was obtained from Quikcrete of Jackson, Mississippi. The 
aggregate consisted primarily of a rather uniformly graded natural siliceous sand purchased from 
Mississippi Materials, Vicksburg, Mississippi. Additional fines in the form of silica flour, 
passing a 75-fim (No. 200) sieve, manufactured by Haliburton Services of Duncan, Oklahoma, 
were blended with the sand in the ratio of 10 percent silica flour to 90 percent sand. A particle 
size analysis was conducted on the blend using the methods prescribed in AASHTO T 88. The 
gradation is shown in figure 7-2. 
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General guidance for the cement-stabilized base was provided by FAA Advisory Circular 
150/5370-10A, ItemP-304 (FAA 1989). Based upon the recommendations in ACI 230.1R-90, 
"State-of-the-Art Report on Soil Cement" (American Concrete Institute 1994), cement contents 
of 7.5 and 10 percent (by mass) were selected for evaluation. The protocol in ASTM D 558 was 
used to determine moisture-density relationships for the silty-sand/cement blend. Moisture- 
density curves for both cement contents are shown in figure 7-3. Maximum dry density for both 
mixtures occurred at a water content of approximately 8 percent. The mixture containing 
10 percent cement had a dry density approximately 2 percent greater than the mixture containing 
7.5 percent cement. Three curing treatments of these mixtures were evaluated: 

a. Curing at room temperature for 7 days. 

b. Curing at room temperature for 14 days. 

c. Curing at room temperature for 3 days followed by oven curing at 60°C (140°F) for 
2 days, followed by curing at room temperature until a total of 7 days had elapsed. 
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FLOUR BLEND 

Compressive strength tests (three replicates per treatment) were conducted on 51-mm (2-in.) by 
102-mm (4-in.) cylinders for the two cement contents. Specimens were prepared at a water 
content of 8 percent and compacted to maximum density. The results of these tests are presented 
graphically in figure 7-4. The bar graphs present the mean value of the three replicates, while the 
error bars represent one standard deviation from the mean. For each treatment the compressive 
strengths for the mixture containing 10 percent cement are approximately 40 percent greater than 
the compressive strengths for the mixture containing 7.5 percent cement. For both cement 
contents the mean strengths at 7 days cured at room temperature were approximately 65 percent 
of those for specimens cured 14 days at room temperature. Curing at elevated temperature 
increased the compressive strengths at 7 days by 30 to 35 percent to levels slightly greater than 
that of the specimens cured at room temperature for 14 days. Based upon these considerations, 
the mixture with 7.5 percent cement with accelerated curing was selected for use in the models. 
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7.3.3 Unbound Granular Base Material. 

The silty-sand material used as the cement-stabilized base for Experiments LSM-3R, LSM-4, and 
LSM-5 was placed and compacted at 2 percent water content (without cement) to form the 
unbound granular base for Experiment LSM-6. At water contents of greater than 2 percent, 
excess pore water precluded compaction; therefore, attempts to develop a moisture-density curve 
for this material for water contents greater than 2 percent were unsuccessful. At 2 percent water 
content, the wet density was 115 kg/m3 (72 pcf). 

7.3.4 Dowels. 

All dowels were smooth steel bars, round in cross section, with a diameter of 6 mm (0.25 in.). 
The dowel bars were 394 mm (15.5 in.) long and were spaced at 102 mm (4 in.) center to center 
(figure 7-5). 
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7.4 MODEL CONSTRUCTION. 

A steel box was fabricated at the Waterways Experiment Station to house the pavement models 
during construction and testing. The side walls of the box were constructed of 12.7-mm (0.5-in.) 
-thick structural steel plate, while the floor of the box was 19.1-mm (0.75-in.) -thick structural 
steel plate. Structural steel angles were welded to the side and bottom plates. These angles were 
drilled and tapped so that the sides could be bolted together. Similarly, the bottom plate was 
constructed so that the vertical walls could be secured with bolts. The interior dimensions of the 
box were 1,830 mm (72 in.) by 1,220 mm (48 in.) by 762 mm (30 in.) deep. One wall of the box 
featured a 610-mm (24-in.) -square cutout for insertion of a transparent pane of plexiglass to 
observe the model during testing. Three 102-mm (4-in.) -square structural steel tubes were tack 
welded underneath the box's floor to transport the assembled box about the laboratory by forklift. 
After the reaction box was painted, the rubber block was placed on the floor of the reaction box, 
and the vertical walls were assembled around the box and attached with bolts. Figure 7-6 shows 
a photograph of the completed reaction box. 
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FIGURE 7-6. PHOTOGRAPH OF COMPLETED REACTION BOX 

The testing proceeded along a 2-week turnaround schedule as shown in table 7-4. This expedited 
schedule was made possible by the use of high-early-strength cement and an accelerating 
admixture along with curing at elevated temperature. The concrete reached a level of maturity 
sufficient to produce the target strength and modulus of elasticity within approximately 1 week of 
placement. 

TABLE 7-4. TYPICAL PHYSICAL MODEL CONSTRUCTION SCHEDULE 

Week 

Weekl 

Week 2 

Day of Week 

Monday 

Tuesday 

Wednesday 

Thursday 

Friday 

Monday 

Tuesday 

Wednesday 

Thursday 

Friday 

Activity 

Prepare materials for model construction 

Place base course 

Place first slab 

Place second slab 

3:00 p.m. Place reaction box in environmental chamber at 60 °C (140°F) 
over weekend 

9:00 a.m. Remove from environmental chamber and allow to cool 

Instrument model 

Conduct experiment 

Reduce data and conduct posttest photography 

Remove model and prepare reaction box for construction of next model 
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The physical models were constructed using the reaction box as a mold. The rubber block and 
the walls of the reaction box were coated with a form release agent to insure that bonding did not 
occur between the model and either the reaction box or rubber block. 

7.4.1 Base Course Construction. 

The materials for the cement-stabilized bases were mixed in the laboratory in a 0.17-m3 (6-ft3) 
portable mortar mixer. The volume and maximum wet density of the compacted base was used 
to calculate the mass of base material required to achieve the target density in the reaction box. 
An oversize batch (approximately 0.085 m3 (3 ft3)) was prepared for each placement and weighed 
on a scale in the laboratory. Material in excess of that required to yield the target compacted 
density was removed and set aside for preparation of compressive strength cylinders and flexural 
strength beams. The required mass of material was placed in the box, screeded to a uniform 
thickness, and compacted to the target volume with a specially fabricated compaction device 
(figure 7-7). 

FIGURE 7-7. PHOTOGRAPH OF ADJUSTABLE SCREED/COMPACTION DEVICE 

In the case of a monolithic base, two batches of cement treated base material were prepared 
separately but placed and compacted simultaneously. For the model in which a discontinuity was 
required in the base, a cold joint was formed directly beneath the location of the joint in the slabs. 
This cold joint was constructed by placing the two halves of the base on consecutive days. A 
38-mm (1.5-in.) -deep wooden form board was placed across the reaction box as a mold for the 
placement of the first half of the base. The first half of the base was then placed against the 
mold, and the following day the mold was removed. Subsequently, the remaining half of the 
base was placed and compacted against the first half with no other measures taken to affect the 
bonding between the two halves. 
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Three 51-mm (2-in.) -diameter by 102-mm (4-in.) -high cylinders were prepared from each batch 
of cement-treated base. The cylinders were prepared by compacting the base material into heavy, 
brass molds with a small, hand-held tamper. Also, three 76-mm (3-in.) -wide by 76-mm (3-in.) 
-deep by 286-mm (11-1/4-in.) -long beams were prepared from one batch of cement-treated base 
per model. The base material was compacted into steel molds using a hand-held tamper with a 
square footprint. These cylinders and beams were cured under the same conditions as the models 
and were tested on the date the corresponding experiment was conducted to determine the 
compressive strength, flexural strength, and modulus of elasticity of the cement-treated base. 

The bond breaker for Experiment LSM-5 was constructed of two layers of 0.152-mm (6-mil) 
polyethylene sheets separated by a thin layer of uniformly graded fine silica sand. Prior to 
casting the concrete slabs, the first sheet of polyethylene was carefully cut and fitted on top of the 
base, as shown in the photograph in figure 7-8. Next, as fine a layer of the uniform sand as 
possible was spread on top of the polyethylene sheet (figure 7-9), and a second sheet, covering 
the entire surface, was placed on top of the sand layer. Then, the slabs were placed on top of the 
bond-breaking layer. Figure 7-10 is a photograph of the reaction box just prior to placement of 
the loaded slab. 

Experiment LSM-6 featured an unbound granular base. The unbound base was placed in four 
lifts of approximately 25 mm (1 in.). The colors of the lifts were alternated between the natural 
color of the sand-silica blend and black. The black material was manufactured by mixing a black 
dye with the sand-silica blend during batching. Each lift was batched and mixed in a large 
Hobart paddle-type dough mixer. The mass required to achieve the targeted wet density was 
weighed out and placed in the reaction box. With the compaction device set to yield the required 
volume of compacted base, the material was compacted uniformly to yield the target wet density. 

FIGURE 7-8. INSTALLATION OF POLYETHYLENE FILM IN REACTION BOX 
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FIGURE 7-9. PLACEMENT OF THIN SAND LAYER 

FIGURE 7-10. BOND BREAKER AND DOWELED JOINT JUST PRIOR TO CONCRETE 
PLACEMENT 

7.4.2 Slab Construction. 

The two concrete slabs for each experiment were placed on consecutive days. The first slab was 
placed against a 51-mm (2-in.) -deep wooden mold faced with a 1.59-mm (1/16-in.) -thick sheet 
of Teflon. The dowels were inserted in 6-mm (0.25-in.) -diameter holes which had been 
predrilled through the mold and Teflon. Prior to their placement in the mold, a light coating of 
rust scale was removed from the dowels. The position of the dowels in the mold was adjusted to 
insure that equal lengths of dowel bars would be present in both slabs.   A clamping device, 
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composed of pieces of wood cut to the proper dimensions and held together with screws, was 
used to insure that the dowels were held orthogonal to the mold. The bonded end of the dowel 
was placed in the first slab; therefore, care was taken to insure that no form release agent, grease, 
or oil was present on the dowels. 

The concrete was batched and mixed in the laboratory, carefully placed in the reaction box, and 
consolidated with an external spud-type concrete vibrator. The surface was floated and finished 
by hand, and the concrete was allowed to set for approximately 24 hours. 

After 24 hours the transverse mold along the joint was carefully removed. The free ends of the 
dowels (unbonded ends) were greased with an automotive-type grease. To further insure that no 
bond could be developed between the dowel bars and the slab, plastic drinking straws with an 
inside diameter of 6 mm (0.25 in.) were slipped over the greased dowels. The second slab was 
then placed, consolidated, and finished. 

The ends of the slabs were constrained by 76-mm (3-in.) equal leg structural steel angles, 9.5 mm 
(3/8 in.) thick. One leg of the angle was embedded in the fresh concrete just after placement, and 
the other leg was bolted to the side of the reaction box with 12.7-mm (0.5-in.) -diameter steel 
bolts. The bolts were later torqued to near yield to maximize the clamping force on the angles. 

The slabs were moist cured using wet burlap and plastic sheeting at room temperature until they 
were placed in the environmental chamber at 60°C (140°F) over the weekend for accelerated 
curing. After they were removed from the environmental chamber, the slabs were allowed to 
cool in the laboratory to room temperature with no additional wet curing. 

Three 152-mm (6-in.) -diameter by 305-mm (12-in.) -high cylinders were cast from each batch of 
concrete used to fabricate the model slabs. Also, a single 152-mm (6-in.) -wide by 152-mm 
(6-in.) -deep by 508-mm (20-in.) -long beam was cast from one batch of concrete for each model. 
These cylinders and beam were cured under the same accelerated curing conditions as the model 
slabs and were tested on the date the corresponding experiment was conducted to determine the 
compressive and flexural strengths, modulus of elasticity, and Poisson's ratio of the slabs. 

7.5 LOADING. 

All experiments were conducted on the structural test floor at the Concrete Technology Division, 
Structures Laboratory, Waterways Experiment Station. Loads were applied to the physical model 
by a closed-loop, servo-hydraulic materials testing system through a thin, circular rubber pad. 
The radius of the loaded area, a, was 57 mm (2 1/4 in.). The testing system was controlled by an 
MTS LoadStar digital controller which could be programmed through a graphical user interface 
to output the desired control signals to the system. So that post-peak response could be captured, 
the load was applied in displacement control at a rate of 0.25 mm/min (0.01 in/min). 

The testing frame consisted of four vertical steel columns bolted to attachment points in the 
structural test floor.    A stiff, deep steel beam spanned the opening between the columns. 
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A 222-kN (50,000-lbs) capacity actuator attached to this beam provided the loading for the 
experiment. 

7.6 INSTRUMENTATION. 

Instrumentation for the physical model experiments consisted of the following: 

a. Applied load measured by a load cell. 
b. Surface strains measured by surface-applied foil resistance strain gages. 
c. Displacement measured by linear variable displacement transducers (LVDT's). 

All strain and deformation measurements were made on the top surface of the slabs. The load 
cell was located between the testing machine actuator and the slab. The maximum range of the 
load cell was ±222 kN (50,000 lb). 

Strain gages employed for these experimental studies had an electrical resistance of 350 ohms 
and a gage length of 25 mm (1 in.). When the gage was strained, it experienced a change in 
electrical resistance. These very small changes in resistance were measured by placing the gage 
in one leg of a Wheatstone bridge circuit, which is sensitive to small resistance changes. The 
maximum range of the strain gages was ±50,000 microstrains. 

The locations for the strain gages were prepared by first applying a thin coat of Epicast, a low- 
modulus, white epoxy. This epoxy coat served two primary functions: to provide a moisture 
barrier to prevent water in the concrete from affecting the strain gage and to provide a smooth, 
uniform surface to which the strain gage could be bonded. After a 24-hour setting period, the 
Epicast was sanded to a uniform thickness, and the strain gages were bonded using Super Glue. 

The LVDT is a transformer-type device that translates straight-line mechanical motion into an 
alternating current (AC) analog voltage. Each LVDT contained a movable magnetic core which 
rested on the surface of the concrete. As the surface of the concrete was displaced, the 
movement of the core caused an electromagnetic imbalance in the transformer, which in turn, 
output a proportional AC voltage. As calibrated for these experiments, the maximum range of 
the LVDT's was approximately 2.5 mm (0.1 in). All LVDT's were mounted to one or more steel 
angles which spanned the reaction box. The ends of these angles were rigidly attached to the 
reaction box using machine screws. 

All data from these instruments were acquired in real time using a MEGADAC data acquisition 
system manufactured by Optim Electronics Corporation of Germantown, Maryland. The 
MEGADAC system is programmed and controlled by a Pentium personal computer running 
Optim's Test Control Software, which converts the analog signals to digital data using the 
appropriate gage calibration factors and saves the digital data to disk. 

A Kodak DC 40 digital still-image camera was positioned approximately 200 mm (8 in.) from 
the transparent window on the side of the box. This camera was set to record digital images of 
the slab-joint-base region. 
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7.7 EXPERIMENTAL RESULTS. 

Experiments LSM-1 through LSM-6 were conducted during the period from March 27, 1996, to 
June 5, 1996. However, Experiment LSM-3 was not considered to be a valid test due to 
problems encountered during the conduct of the experiment. An error was made in programming 
the loading function into the MTS TestStar controller, and the loading was not carried out as 
planned. Therefore, the results from LSM-3 were thrown out, and a repeat of the experiment 
(LSM-3R) was conducted on June 19, 1996. The results of quality control tests conducted on the 
construction materials as well as data from each of the experiments is presented and discussed in 
this section. 

7.8 MATERIALS. 

7.8.1 Cement-Stabilized Bases. 

The results of the quality control tests on the cement-stabilized bases are summarized in 
table 7-5. Each numerical value reported in the table represents the mean of three replicates. 
Compressive strength tests were conducted on 51-mm (2-in.) by 102-mm (4-in.) cylindrical 
specimens. The compressive strengths of the stabilized bases were at or below that expected 
from the 7-day accelerated curing tests conducted during the initial materials investigation 
(figure 7-4). It is believed that the lower strengths can be attributed to drying out of the 
cement/silty-sand material between batching and preparation of the test specimens. The material 
to be used to make the specimens was set aside while the bases were placed and compacted in the 
reaction box. Typically, more than 1 but less than 2 hours elapsed between the batching of the 
base materials and preparation of the quality control specimens. It is likely that some of the 
moisture evaporated during this period, resulting in lower densities and strengths in the quality 
control specimens. 

TABLE 7-5. RESULTS OF QUALITY CONTROL TESTS ON CEMENT-STABILIZED BASE 

Experiment Location 

Compression Tests Flexural Tests 

Replicates 

Compressive 
Strength 

MPa (psi) 

Modulus of 
Elasticity 

MPa (106 psi) 

Replicates 

Flexural Strength 
MPa (psi) 

Mean 
Std. 
Dev. Mean 

Std. 
Dev. Mean 

Std. 
Dev. 

LSM-3R 
Top 
Lift 3 

6.59 
(826) 

1.35 
(196) 

1,520 
(0.220) 

662 
(0.096) 3 

1.23 
(179) 

0.05 
(8) 

Bottom 
Lift 3 

6.24 
(904) 

0.48 
(69) 

1,822 
(0.264) 

693 
(0.100) No Tests Conducted 

LSM-4 Right 
Half 3 

4.50 
(653) 

0.51 
(73) 

1,220 
(0.177) 

645 
(0.093) 3 

1.18 
(171) 

0.04 
(5) 

Left 
Half 3 

4.49 
(652) 

0.76 
(110) 

1,390 
(0.202) 

248 
(0.036) No Tests Conducted 

LSM-5 
Top 
Lift 3 

5.92 
(858) 

0.29 
(41) 

1,440 
(0.208) 

395 
(0.057) 3 

1.20 
(174) 

0.05 
(8) 

Bottom 
Lift 3 

4.45 
(645) 

0.99 
(144) 

1,070 
(0.155) 

383 
(0.056) No Tests Conducted 
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The modulus of elasticity of the cement-stabilized base was determined from the compressive 
strength tests on the cylinders. The modulus of elasticity (in compression), as calculated from 
the tangent to the steepest portion of the compressive stress-strain curve, is tabulated in table 7-5. 
These data indicate that as the compressive strength increases, the compressive modulus of 
elasticity increases. The modulus of elasticity of the cement-stabilized base was approximately 
5 percent of the target modulus of elasticity of the Portland cement concrete slabs. 

The modulus of rupture (flexural strength) of the cement-stabilized base was determined from 
tests on 76-mm (3-in.) by 76-mm (3-in.) by 286-mm (11 1/4-in.) beams loaded at the third points. 
These data are also reported in table 7-5. 

Statistical techniques were employed to determine if the observed variations in the material 
properties from batch to batch within an experiment and between experiments were statistically 
significant at the 0.05 significance level. Student's t-tests were conducted on the compressive 
strength and modulus of elasticity data from the two batches of cement-stabilized base material 
within each experiment. For each of the Experiments LSM-3R, LSM-4, and LSM-5, the 
differences in the mean values of compressive strength and modulus of elasticity between 
batches were not great enough to exclude the possibility that the differences were due to random 
sampling variability. 

Therefore, it can be concluded that there was no statistically significant difference in compressive 
strength and elastic modulus between batches in any given experiment at the 0.05 significance 
level. 

One-way analysis of the variance (ANOVA) procedures were used to test for statistically 
significant differences in material properties between experiments. The results of these analyses 
indicated that for the case of compressive strength, the differences in the mean values of 
compressive strength between experiments were greater than would be expected by chance at the 
0.05 significance level. A pairwise multiple comparison test indicated that the compressive 
strength values from Experiment LSM-3R were statistically different from those of LSM-4 and 
LSM-5. However, for the cases of modulus of elasticity and flexural strength, the differences in 
the mean values between experiments were not great enough to exclude the possibility that the 
difference was due to random sampling variability; therefore, no statistically significant 
differences in these two parameters were detected at the 0.05 significance level. 

7.8.2 Portland Cement Concrete. 

The properties of the fresh Portland cement concrete used to construct the slabs for the 
laboratory-scale model experiments are tabulated in table 7-6. Tests conducted on the fresh 
concrete included slump (per ASTM C 143-90a) and unit weight (per ASTM C 131-92). The 
theoretical air content was calculated from the measured unit weight. The results of tests on 
hardened concrete cylinders and beams are reported in table 7-7. Tests on 152-mm (6-in.) by 
305-mm (12-in.) concrete cylinders included compressive strength (per ASTM C 39-93) and 
modulus of elasticity and Poisson's ratio (per ASTM C 469-94). Flexural strength (modulus of 
rupture) tests were conducted on 152-mm (6-in.) by 152-mm (6-in.) by 305-mm (12-in.) 
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prismatic beams loaded as the third points per ASTM C 78-94. As noted in table 7-7, all 
hardened concrete tests results for Experiment LSM-2 were lost due to failure of the concrete 
testing machine on the day of the tests. 

TABLE 7-6. RESULTS OF TESTS ON FRESH PORTLAND CEMENT CONCRETE 

Experiment 
Casting 

Date 

Batch 
Placement 
Location 

Slump 
mm (in.) 

Unit Weight 
kg/m3 (pcf) 

Air Content 
Percent 

LSM-1 3/20/96 Left Slab 70 (2%) 2,268(141.6) 1.8 

3/21/96 Right Slab 51(2) 2,243 (140.0) 2.8 

LSM-2 4/3/96 Left Slab 70 (2%) 2,236 (139.6) 3.1 

4/4/96 Right Slab 64 (2V4) 2,230(139.2) 3.5 

LSM-3R 6/12/96 Left Slab 51(2) 2,252 (140.6) 2.5 

6/13/96 Right Slab 64 (2V4) 2,243 (140.0) 2.8 

LSM-4 5/1/96 Left Slab 70 (2%) 2,256 (140.8) 2.3 

5/2/96 Right Slab 102 (4) 2,246 (140.2) 2.7 

LSM-5 5/14/96 Left Slab 76(3) 2,236(139.6) 3.2 

5/16/96 Right Slab 127 (5) 2,217 (138.4) 4.0 

LSM-6 5/29/96 Left Slab 127 (5) 2,243 (140.0) 2.8 

5/30/96 Right Slab 152 (6) 2,236 (139.6) 3.1 

The slump of the fresh concrete varied from 51 mm ( 2 in.) to 127 mm (5 in.), with the majority 
of the measurements between 51 mm (2 in.) and 76 mm (3 in.). Models LSM-1, LSM-2, and the 
left slab of LSM-4 were all fabricated from the same lot of Type HI cement, while models 
LSM-3R, LSM-5, LSM-6, and the right slab of LSM-4 were fabricated from a different lot of 
Type in cement from the same manufacturer. The higher slump values noted for models LSM-4 
(right slab), LSM-5, and LSM-6 were attributed to the changes in the cement between the two 
lots. The second lot had less water demand than the first resulting in an increase in the slump of 
the fresh concrete. This effect was mitigated for Experiment LSM-3R by reducing the mix water 
by 6 percent (by mass) thus bringing the slump back in line with the models fabricated from the 
first lot of cement. Unit weights of the fresh concrete varied from 2,217 kg/m3 (138.4 pcf) to 
2,268 kg/m3 (141.6 pcf), while air contents ranged from 1.8 to 4.0 percent. 

The mean concrete compressive strengths ranged from a low of 25.6 MPa (3,710 psi) to a high of 
29.0 MPa (4,200 psi). The modulus of elasticity ranged from 26,800 MPa (3.9 x 106 psi) to 
29,000 psi (4.2x 106psi), while Poission's ratio ranged from 0.17 to 0.19. The modulus of 
rupture varied from a minimum of 2.90 MPa (420 psi) to a maximum of 3.28 MPa (475 psi). 
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For FAA rigid pavement structural design, the concrete material strength parameter used to 
determine pavement thickness is 90-day modulus of rupture. A normal range of flexural strength 
at an age of 90 days is from 3.45 MPa (500 psi) to 6.20 MPa (900 psi). Therefore, the flexural 
strength of the slabs used in this experimental study were slightly lower than those which would 
be expected in the field. 

Statistical techniques were employed to determine if the observed variations in the compressive 
strengths from slab to slab within an experiment and between experiments were statistically 
significant at the 0.05 significance level. Student's t-tests were conducted on the compressive 
strength from the two slabs within each experiment. For each of the Experiments LSM-3R, 
LSM-4, LSM-5, and LSM-6, the differences in the mean values of compressive strength between 
slabs were not great enough to exclude the possibility that the differences were due to random 
sampling variability. Therefore, it can be concluded that there was no statistically significant 
difference in compressive strength between batches for these experiments at the 0.05 significance 
level. However, for Experiments LSM-1A and LSM-1B, the differences in the mean values of 
compressive strength were greater than would be expected by chance. Therefore, the t-test 
results indicate that there is likely a statistically significant difference in the compressive strength 
values between LSM-1A and LSM-1B. It is difficult, however, to ascertain the impact of this 
difference on the experimental results. 

One-way ANOVA procedures were used to test for statistically significant differences in concrete 
compressive strength between experiments at the 0.05 significance level. Because the results of 
the previously reported t-tests had indicated that the compressive strengths from Experiments 
LSM-1A and LSM-1B were likely statistically different, they were treated as separate 
experiments in the ANOVA. The results of the ANOVA indicated that the differences in mean 
values among the mean values of compressive strengths were greater than would be expected by 
chance at the 0.05 significance level. A pairwise multiple comparison analysis of the data 
revealed that the compressive strength of Experiment LSM-1A was statistically different from 
the remainder of the experiments at the 0.05 significance level, while the compressive strengths 
for the remainder of the experiments were not statistically different from each other. 

7.8.3 Rubber Block. 

A plate bearing test was conducted on the rubber block in the reaction box to determine its 
modulus of subgrade reaction under loading from a standard 762-mm (30-in.) -diameter circular 
plate and to observe any nonlinear response of the rubber under compressive loading. A nest of 
stacked, concentric plates (figure 7-11) was employed in conducting the tests; the diameters of 
the plates from bottom to top were 762 mm (30 in.), 610 mm (24 in.), and 457 mm (18 in.). Each 
plate was fabricated from 38-mm (1 1/2-in.) -thick aluminum. The load for the plate bearing test 
was applied by the same servo-controlled hydraulic structural testing system employed to test the 
model pavements. Deflection was measured by an array of three LVDT's equally spaced at 
120° increments around the perimeter of the bottom plate. A MEGADAC digital data 
acquisition system was used to record and store the measured loads and deflections in real time. 
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FIGURE 7-11. TEST SETUP FOR PLATE BEARING TEST ON RUBBER PAD 

Two loading regimes were followed for this testing. The first was conducted in load control 
following the applicable procedures specified in Section XII, FM 5-530 (Department of the 
Army, 1987). A seating load of 6.8 kPa (1 psi) was applied to the plate. This was considered to 
be the zero point of the test. An additional load increment was then applied to bring the plate 
bearing stress to 68.9 kPa (10 psi), where the load was held for several minutes until the rate of 
deformation was less than 0.005 mm/min (0.0002 in./min). Subsequently, an additional 
increment of load was applied to bring the plate bearing stress to 103 kPa (15 psi), where the load 
was again held until the rate of deformation was less than 0.005 mm/min (0.0002 in./min). This 
procedure was repeated at increments of plate bearing stress of 34.4 kPa (5 psi) up to a maximum 
stress of 207 kPa (30 psi). Finally, the load was decreased slowly until the applied stress was 
zero. A plot of plate bearing stress versus plate displacement is presented in figure 7-12. It is 
apparent from this plot that the rubber pad crept during the portions of the tests where the plate 
bearing stress was held constant. It can also be seen that the amount of creep deformation which 
occurs until the rate of creep deformation falls below 0.005 mm/min (0.0002 in./min) increases 
with increasing plate bearing stress. The accumulated creep deformation at the end of the 
loading was approximately 0.4 mm (0.016 in.). 

The data from this test were used to determine the modulus of subgrade reaction, k, for the rubber 
block for the standard 762-mm (30-in.) -diameter plate. Figure 7-13 shows a plot of corrected 
plate bearing stress versus displacement as prescribed by FM 5-530 (Department of the Army, 
1987). Each of the data points denoted by the filled triangles represents the deflection and stress 
at the end of each increment of applied stress, adjusted for the 6.8 kPa (1 psi) initial seating load. 
These data were then corrected, using the procedures described in FM 5-530 (Department of the 
Army 1987), to account for bending of the plates. From the slope of the corrected curve, the 
modulus of subgrade reaction was determined to be 111 MPa/m (409 psi/in.). This value is high 
for a subgrade material and would be more representative of the modulus of subgrade reaction 
for a dense, well-graded gravel. 
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The second loading regime was conducted in displacement control at a load rate of 0.25 mm/min 
(0.01 in./min) to mimic the loading conditions during testing of a pavement model. The bearing 

7-22 



plate was displaced continuously and monotonically until a maximum bearing stress of 0.1 MPa 
(14.5 psi) was reached, at which point the displacement was reversed continuously and 
monotonically until the bearing stress was reduced to zero. A plot of bearing stress versus 
deformation is shown in figure 7-14. In the range in which the bearing stress was less than 
0.01 MPa (1.5 psi), the response was relatively soft. For bearing stresses greater than 
approximately 0.1 MPa (1.5 psi) the response was suffer. Upon unloading, the response was 
characterized by a hysterisis loop typical of visco-elastic materials. Thus, it can be concluded 
that the response of the rubber block in the reaction box was nonlinear visco-elastic over the 
range of loading expected during testing of a pavement model. These nonlinear responses of the 
rubber block are considerably different from those assumed for the bed-of-springs foundation in 
Westergaard's theory. The influence of the nonlinear visco-elastic response on the pavement 
model is not known. 
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7.9 EXPERIMENT LSM-1. 

Experiment LSM-1 consisted of two 51-mm (2-in.) -thick slabs founded directly on the rubber 
subgrade. The right- and left-hand slabs were constructed with no load transfer capabilities from 
either dowel bars or aggregate interlock. A 5-mm (3/16-in.) gap separated the slabs to insure that 
no incidental contact could occur between the slabs during testing. The experiment consisted of 
two separate loadings: an edge loading near the center of the right-hand slab, referred to as 
LSM-1 A, and a corner loading near the transparent window pane on the left-hand slab, referred 
to as LSM-1B. The results from both of these experiments are presented and discussed in this 
section. 
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7.9.1 Experiment LSM-1 A. 

The instrumentation locations for LSM-1 A are presented in figure 7-15. The LVDT locations 
were selected to give two deflection basin profiles: one perpendicular to the free edge and one 
parallel to the free edge. The strain gage array was set to give only one strain profile 
perpendicular to the free edge. 
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FIGURE 7-15. INSTRUMENTATION PLAN, EXPERIMENT LSM-1 A 

Figure 7-16 is a plot of the load-time history of the test. The test was conducted by applying 10 
preloading cycles of 1.78 kN (4001b) triangular pulses. The purpose of these pulses was to 
"work" the model so that any potential restrictions to deformation that might be present as a 
result of the model construction would be overcome before actual loading began. These 
preloading cycles were followed by cycles of increasing loading intensity until the testing was 
stopped. This included the application of four additional cycles of loading until the test was 
stopped at a maximum load of approximately 26 kN (5,850 lbs). 
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FIGURE 7-16. LOADING HISTORY, EXPERIMENT LSM-1A 

Figure 7-17 is a posttest photograph of the slabs after both Experiments LSM-1A and LSM-1B. 
Failure of the slab in Experiment LSM-1A, loaded near the edge, was characterized by a semi- 
circular crack labeled LSM-1A in the photograph.  This cracking pattern is not typical of those 
observed in airport pavement condition surveys.   Visible cracks were first observed with the 
naked eye at a load of approximately 17.3 kN (3,900 lb). 

FIGURE 7-17. POSTTEST PHOTOGRAPH, EXPERIMENTS LSM-1A AND LSM-1B 

Data traces from the LVDT's on the surface of the slab are contained in appendix B. The traces 
from the ten preloading cycles have been removed for clarity. For all LVDT measurements, a 
downward displacement is considered to be positive, while an upward movement is negative. 
GageD4 overranged at a displacement of approximately 2.5 mm (0.1 in.).     One obvious 
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observation is that the overall shape of the load-displacement curves was similar to that recorded 
during the plate bearing test in displacement control. The slope of the curves changed at a load 
of approximately 5 kN (1,125 lb), as was observed in the plate bearing tests. Therefore, it was 
concluded that this change in stiffness can be attributed to the rubber block foundation and not to 
the Portland cement concrete slab. Hysteresis loops and the attendant viscous deformations can 
be seen with each unloading cycle. 

Data traces from the strain gages on the surface of the slab are found in appendix B. For strain 
gage measurements, tensile strains are positive, and compressive strains are negative. The strains 
are compressive at loads less than approximately 7 kN (1,575 lb). Beyond first cracking, the 
gages nearest the edge of the slab (S4 and S3) reverse directions and go into the tensile regime 
possibly indicating localized cracking. 

In order to compare the data from this experiment with linear elastic calculations made with a 
finite element code, it was desirable to correct the load-displacement data to remove the 
nonlinear response of the rubber block. A technique similar to that used to correct for nonlinear 
response in the plate bearing test was used to perform this correction. Figures 7-18 and 7-19 
show the raw and corrected load-displacement curves for the third cycle of loading for the 
LVDT's along a line perpendicular and parallel to the edge, respectively. The slopes of the linear 
portions of the load-deflection curves (that portion of the curve above approximately 5 kN 
(1,125 lb)) were determined numerically. The load-deflection curves were then shifted right such 
that the extension of the linear portion of the curve would pass through the origin as shown in 
figures 7-18 and 7-19. 
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Deflection basins from the corrected load-deflection curves were then compared with linear 
elastic finite element calculations made with ABAQUS using the S8R5 reduced integration, 
second-order shell element. Initial calculations were made with the foundation modulus of 
subgrade reaction set at k= 27, 54, 82, and 109MPa/m (100, 200, 300, and 400psi/in.). The 
ABAQUS deflection profiles at points identical to the locations of the LVDT's along lines 
parallel and perpendicular to the edge were compared with the experimental deflection basin 
profiles. 

Figure 7-20 shows a log-log plot obtained analytically of the modulus of subgrade reaction 
versus deflection (w) at gage location D4 for a load of 6 kN (1,350 lb) from the ABAQUS finite 
element calculations. This magnitude of load was chosen because it is midway between the 
value at which the change in slope occurs in the response of the rubber foundation at 5 kN 
(1,125 lb) and the load at which the onset of possible cracking occurred at 7 kN (1,575 lb). Upon 
entering this plot with the experimental deflection obtained from gage D4 at P = 6 kN (1,350 lb), 
the value of k for the edge loading case can be estimated as about 70 MPa/m (258 psi/in.). An 
additional ABAQUS calculation was made using this value of k. The deflection basin profiles 
along the lines of LVDT's are shown in figures 7-21 and 7-22. These figures show excellent 
agreement between the ABAQUS runs and experiment at the location of gage D4. However, the 
agreement deteriorates for gages distant from D4, particularly for the basin perpendicular to the 
edge. This disagreement was expected, because it is well known that backcalculated values of k 
vary as one moves away from the edge of a rigid pavement slab. 

The backcalculated modulus of subgrade reaction for the rubber block in the reaction box differs 
significantly from that obtained from the plate bearing test. Again, this was not surprising, 
because it has been known at least since the 1940's that modulus of subgrade reaction is not an 
intrinsic material property, but rather the value of k is dependent upon the conditions of the test 
run to estimate it. 
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FIGURE 7-22. COMPARISON OF EXPERIMENTAL AND ANALYTICAL DEFLECTION 
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7.9.2 Experiment LSM-IB. 

The instrument locations for test LSM-1B are indicated in figure 7-23. A single array of LVDT's 
were placed along a line perpendicular to the free of the left-hand slab near the loaded area. 
Similarly, a line of foil strain gages were placed on the surface of the left-hand slab along a line 
perpendicular to the edge. The left-hand slab in figure 7-17 shows the cracking patterns observed 
after the test was completed. Visible cracking was first observed with the unaided eye at a load 
of approximately 16.9 kN (3,800 lb). 

The loading plan followed in Experiment LSM-IB was identical to that followed in Experiment 
LSM-1A. Figure 7-24 shows the loading history for Experiment LSM-IB. A brief power outage 
lasting a few seconds occurred during the 10 preloading cycles. The MTS LoadStar control 
system and MEGADAC data acquisition systems were powered by uninterruptible power 
supplies during the power outage and thus were not affected. However, the hydraulic system of 
the loader was briefly without power, and the load dropped off until power was restored. At this 
point the control system reassumed control of the loader, and the test was continued. 

The load-deflection traces from the LVDT's are presented in appendix B. The trends observed in 
these traces are similar to those discussed for Experiment LSM-1A. 
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The plots from the strain gages are also presented in appendix B. These data traces show that the 
strain gages on the top surface of the slab registered tensile strains. Even though the crack passed 
close to Gage SI, cracking cannot be discerned in the strain gage traces. 

The load-deflection curves from LSM-1B were corrected for the nonlinear response of the rubber 
foundation in the manner described for Experiment LSM-1 A. The shifted raw data traces along 
with the corrected data are presented in figure 7-25. Deflection basins from the corrected load- 
deflection curves were then compared with linear elastic finite element calculations made with 
ABAQUS using the S8R5 reduced integration, second-order shell elements. Again, initial 
calculations were made with the modulus of subgrade reaction set at k = 27, 54, 82, and 
109MPa/m (100, 200, 300, and 400psi/in.). The ABAQUS deflection profiles at points 
identical to the locations of the LVDT's were compared with the experimental deflection basin 
profile. 
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Figure 7-26 shows a log-log plot obtained analytically of the modulus of subgrade reaction 
versus deflection (w) at gage location D4 for a load of 6.1 kN (1,370 lb) from the ABAQUS 
finite element calculations. Entering this plot with the experimental deflection obtained from 
gageD4 at P= 6.1 kN (1,3701b), the value of k can be estimated as about 90MPa/m 
(330 psi/in.). An additional ABAQUS calculation was made using this value of k. The 
deflection basin profiles along the line of LVDT's are shown in figure 7-27. As was the case for 
Experiment LSM-1 A, excellent agreement between the ABAQUS runs and experiment at the 
location of gage D4 was obtained. 
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7.9.3 Summary. 

Experiments LSM-1A and LSM-1B demonstrated that meaningful deflection basin profile data 
and strain data could be obtained using the techniques set forth in the plan of test. The data 
indicated that the nonlinear, visco-elastic response of the rubber block foundation observed 
during the plate bearing was also present in the testing of slabs placed on top of the rubber slabs. 

The apparent modulus of subgrade reaction of the rubber block in reaction box under the 
prevalent test conditions is 90 MPa/m (330 psi/in.) for corner loading and 70 MPa/m (258 psi/in.) 
for edge loading. Based upon the quality control tests previously reported in this chapter, the 
mean value of the elastic modulus of the concrete is approximately 27,600 MPa (4x10 psi) and 
the mean value of Poisson's ratio is approximately 0.18; thus the radius of relative stiffness of 
the pavement system is 259 mm (10.2 in.) for edge loading and 243 mm (9.55 in.) for corner 
loading. These values are important parameters in the analytical investigations reported in 
chapter 9. 

7.10 EXPERIMENT LSM-2. 

Experiment LSM-2 consisted of two 51-mm (2-in.) -thick slabs founded directly on a rubber 
foundation and separated by a doweled joint. The joint opening was fixed at 1.58 mm (1/16 in.) 
by a Teflon sheet inserted between the two slabs. The load was applied to the corner of the left- 
hand slab, which contained the bonded end of the dowels. The location and spacing of the 
dowels was as shown in figure 7-5. 

The loading history for Experiment LSM-2 is shown in figure 7-28. As in Experiments LSM-1A 
and LSM-1B, ten preloading triangular pulses of magnitude 1.78 kN (4001b) were applied. 
However, LSM-2 deviated from the previous test in that after the preload cycles were applied, the 
deformation was increased monotonically until the testing was halted. After the application of 
the final preloading pulse, however, the testing was paused briefly to correct an error in one of 
the LVDT's. After this error was corrected, the testing was resumed. 
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FIGURE 7-28. LOADING HISTORY, EXPERIMENT LSM-2 
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The instrumentation plan for Experiment LSM-2 is presented in figure 7-29. This is the 
instrumentation plan which would be adhered to for the remainder of the experimental program. 
A line of LVDT's spanned across the joint to capture the deflection basin profile. Also, a line of 
strain gages were placed on the top surface of the slabs. 
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FIGURE 7-29. INSTRUMENTATION PLAN, EXPERIMENTS LSM-2, -3R, -4, -5, AND -6 

A posttest photograph of the top surface of the slabs is shown in figure 7-30. The cracking 
highlighted on the left (loaded) slab was first observed at a load of approximately 17 kN 
(3,800 lb), while the cracking on the unloaded side was first observed at a load of approximately 
19.1 kN (4,300 lb). A series of three photographs taken through the transparent window in the 
side of the reaction box is shown in figure 7-31. The faint grids in the foreground of the 
photographs are spaced at 12.7 mm (1/2 in.). As the load is increased from zero to 13.3 kN 
(3,000 lb), the deflection of the top surface of the slabs is evident. Also note that no visible 
cracking can be noted in the sides of the slabs at 13.3 kN (3,000 lb). However, by the time the 
load had increased to 17.8 kN (4,000 lb), a vertical crack was clearly visible directly beneath the 
loaded area in the left slab. Also, a crack which runs more or less horizontally from the joint is 
visible in the right (unloaded) slab. A posttest examination of the crack revealed that it 
originated at the dowel directly opposite the center of the loaded area and ran out and down 
toward the edge and base of the right slab. 
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FIGURE 7-30. POSTTEST PHOTOGRAPH OF SLAB TO SURFACE, EXPERIMENT LSM-2 

FIGURE 7-31. SERIES OF PHOTOGRAPHS IN VICINITY OF JOINT, EXPERIMENT LSM-2 

The load-displacement traces from the array of LVDT's are presented in appendix B. As noted 
in the figure, Gage D4 was overranged at a load of approximately 23 kN (5,000 lb). These traces 
indicate clear evidence of cracking at loads greater than approximately 10 kN (2,3501b). 
Selected deflection basin profiles are plotted in figure 7-32. Highly nonlinear response indicating 
severe cracking near the loaded area is evident for the deflection basins at 20 kN (4,500 lb) and 
24 kN (5,500 lb). 

The traces from the strain gages bonded to the surface of the slabs are found in appendix B. 
These data clearly show the formation of the cracking which is visible on the top surface of the 
slab: on the left (loaded) slab at approximately 17 kN (3,800 lb) and on the right (unloaded) slab 
at 19.1 kN (4,300 lb). 
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FIGURE 7-32. SELECTED DEFLECTION BASIN PROFILES, EXPERIMENT LSM-2 

7.11 EXPERIMENT LSM-3R. 

Experiment LSM-3 was scrapped because of an operator error in programming the loading 
function into the MTS Test Star loader. Therefore, a second model was fabricated and tested 
with the designation of LSM-3R. The model consisted of two 51-mm (2-in.) -thick slabs 
(separated by a doweled joint) founded on a monolithic 38.1-mm (1 1/2-in.) -thick cement- 
stabilized base. The base was placed directly on the rubber block subgrade model. A Teflon 
sheet inserted between the two slabs maintained the joint opening at 1.58 mm (1/16 in.). A 
circular load was applied near the corner of the left-hand slab, which contained the bonded end of 
the dowels. The location and spacing of the dowels is shown in figure 7-5. Instrumentation type 
and locations for LSM-3R were identical to that for LSM-2 (figure 7-29). 

The loading history for LSM-3R (figure 7-33) indicates that the load underwent several cycles of 
unloading and reloading near the peak load as cracks formed and the stresses were redistributed 
in the model. A transient reduction in stiffness of the pavement model was evident between 
approximately 12 kN (2,700 lb) and 16 kN (3,600 lb). Figure 7-34 is a posttest photograph of the 
top surface of the model. Several corner breaks are evident on the surface of the left-hand or 
loaded slab. The occurrence of the outermost corner break corresponded with the first peak in 
the loading history plot at approximately 38 kN (8,550 lb), while the inner break corresponded 
with the second major peak at approximately 37 kN (8,300 lb). Posttest observations indicated 
that these cracks in the slab propagated through the stabilized base as well. No debonding of the 
base from the slabs at their interface was observed. Considerable crushing or punching shear 
deformations were noted in and around the circular loaded area. 
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FIGURE 7-34. POSTTEST PHOTOGRAPH OF TOP SURFACE OF SLABS, 
EXPERIMENT LSM-3R 

Figure 7-35 contains selected photographs of the joint region taken through the transparent 
window in the side of the reaction box as the experiment was underway. A vertical crack in the 
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cement-stabilized base was clearly visible to the unaided eye at a load of 7.9 kN (2,000 lb). The 
lower left photograph was taken at a load of 37.8 kN (8,500 lb), which is near the first peak in the 
load-deflection curve. The lower right photograph was taken just prior to halting the test. Note 
that the vertical crack in the base has opened considerably, and horizontal cracking is evident in 
the left- and right-hand slabs and in the base underneath the right-hand slab. 

P = 0kN P = 8.9kN 

P = 37.8 kN p = 34.7 kN 

FIGURE 7-35. SELECTED PHOTOGRAPHS OF JOINT REGION DURING TESTING, 
EXPERIMENT LSM-3R 

The load-displacement and load-strain traces are presented in appendix B. The effects of the 
cracking which occurred near peak load are evident in these data. Selected deflection basin 
profiles are plotted in figure 7-36. Insight into the influence of the stabilized base course on the 
postcracking response of the slabs can be gained by comparing the deflection basin profiles in 
figure 7-36 with those from Experiment LSM-2 (figure 7-32). The basins from Experiment 
LSM-2 (with no base course) are highly nonlinear after cracking has occurred indicating the slab 
is breaking apart under increasing loads.   However, for Experiment LSM-3R (with stabilized 
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base), the postcracking deflection basins do not indicate that the slab response is nearly as 
nonlinear as that observed in Experiment LSM-2. 
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FIGURE 7-36. SELECTED DEFLECTION BASIN PROFILES, EXPERIMENT LSM-3R 

7.12 EXPERIMENT LSM-4. 

Two 51-mm (2-in.) -thick slabs (separated by a doweled joint) founded on a 37.1-mm (1 1/2-in.) 
-thick cement-stabilized base were constructed and tested for Experiment LSM-4. The base was 
divided into two equal halves by a cold-joint discontinuity directly beneath the slab construction 
joint. The base was founded directly on the rubber block subgrade model. 

A Teflon sheet inserted between the two slabs maintained the slab joint opening at 1.58 mm 
(1/16 in.). A circular load was applied near the corner of the left-hand slab, which contained the 
bonded end of the dowels. The location and spacing of the dowels is shown in figure 7-5. 
Instrumentation type and locations for LSM-4 were identical to that for LSM-2 and LSM-3R 
(figure 7-29). 

The loading history for LSM-4 (figure 7-37) is similar in form to that of LSM-3R. A transient 
reduction in stiffness of the pavement model occurred in the vicinity of a load of 15 kN 
(3,400 lb). Figure 7-38 is a posttest photograph of the top surface of the model. The cracking 
shown in the photograph occurred on both the loaded and unloaded sides of the joint and is 
nearly symmetrical about the joint. As was the case for Experiment LSM-3R, the cracking 
pattern in the slabs was reflected in the base course as well. Again, no debonding of the slab- 
base interface was observed. 
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FIGURE 7-37. LOADING HISTORY, EXPERIMENT LSM-4 

FIGURE 7-38. POSTTEST PHOTOGRAPH OF TOP SURFACE OF SLABS, 
EXPERIMENT LSM-4 

Figure 7-39 contains selected photographs of the joint region taken through the transparent 
window in the side of the reaction box during the experiment.  Before the testing commenced, 
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the cold-joint discontinuity is visible in the base, 
opened up. 

As the deflection increased, the cold joint 

Cold Joint 

P = 33.9 kN 
FIGURE 7-39. SELECTED PHOTOGRAPHS OF JOINT REGION DURING TESTING, 

EXPERIMENT LSM-4 

The load-displacement traces from the LVDT's are shown in appendix B. As noted on the plots 
in appendix B, gages D3, D4, and D5 experienced overranging before the test was halted. 
Selected deflection basin profiles are plotted in figure 7-40. Again, these data indicate, as was 
the case for Experiment LSM-3R, the presence of the stabilized base course, even though it was 
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initially cracked, led to a much more ductile (post-peak capacity) response than that observed for 
the slabs founded directly on the rubber pad (Experiment LSM-2). Strain gage traces are also 
presented in appendix B. Gage S5 failed during the test. It was postulated that the gage was 
inadequately bonded to the slab. 
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FIGURE 7-40. SELECTED DEFLECTION BASIN PROFILES, EXPERIMENT LSM-4 

7.13 EXPERIMENT LSM-5. 

A polyethylene-sand-polyethylene sandwich was constructed as a bond-breaking layer between 
the two 51-mm (2-in.) -thick slabs (separated by a doweled joint) and the 37.1-mm (1 1/2-in.) 
-thick cement-stabilized base for Experiment LSM-5. The monolithic base was founded directly 
on the rubber block subgrade model. A Teflon sheet inserted between the two slabs maintained 
the slab joint opening at 1.58 mm (1/16 in.). A circular load was applied near the corner of the 
left-hand slab, which contained the bonded end of the dowels. The location and spacing of the 
dowels is shown in figure 7-5. Instrumentation type and locations for LSM-5 were identical to 
that for LSM-2, -3R, and -4 (figure 7-29). 

The loading history for LSM-5 is presented in figure 7-41. As was the case for Experiments 
LSM-3R and LSM-4, a transient reduction in stiffness of the pavement model occurred in the 
vicinity of a load of 15 kN (3,400 lb). A posttest photograph of the top surface of the model is 
presented in figure 7-42. Several corner breaks are evident on the surface of the left-hand, 
loaded, slab and a single corner break on the right-hand, unloaded, slab. The occurrence of the 
outermost corner break on the left side occurred at a load of approximately 25 kN (5,600 lb), and 
the corner break on the left occurred at a load of approximately 28 kN (6,300 lb). The interior 
corner breaks on the loaded side happened progressively as the load dropped from its maximum 
value of approximately 33 kN (7,400 lb). 
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FIGURE 7-41. LOADING HISTORY, EXPERIMENT LSM-5 

FIGURE 7-42. POSTTEST PHOTOGRAPH OF TOP SURFACE OF SLABS, 
EXPERIMENT LSM-5 

Figure 7-43 shows selected photographs taken through the transparent window in the side of the 
reaction box. Perhaps the most interesting observation from these photographs is that no 
cracking was observed in the cement-stabilized base. Based upon the results of the previous 
experiments, it can be concluded that breaking the bond between the slabs and base may reduce 
the potential for cracking beneath the surface joint. 
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FIGURE 7-43. SELECTED PHOTOGRAPHS OF JOINT REGION DURING TESTING, 
EXPERIMENT LSM-5 

The load-displacement and strain traces from the experiment are presented in appendix B. 
Gages D3, D4, and D5 experienced overranging before the test was halted. Selected deflection 
basin profiles are plotted in figure 7-44. It can be noted from figure 7-44 that the response was 
less ductile than that observed in Experiments LSM-3R and LSM-4, in which bonding between 
the slabs and base was not prevented. 
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FIGURE 7-44. SELECTED DEFLECTION BASIN PROFILES, EXPERIMENT LSM-5 

7.14 EXPERIMENT LSM-6. 

Experiment LSM-6 differed from Experiments LSM-3R, LSM-4, and LSM-5 in that the slabs 
were founded on an unbound granular base. Two 51-mm (2-in.) -thick slabs separated by a 
doweled joint were constructed directly on top of the 102-mm (4-in.) -thick unbound base. The 
location and spacing of the dowels is shown in figure 7-5. A circular load was applied near the 
corner of the left-hand slab, which contained the bonded end of the dowels. Instrumentation type 
and locations for Experiment LSM-6 were identical to those for Experiments LSM-2, -3R, -4, 
and -5 as shown in figure 7-29. 

Figure 7-45 presents the loading history for Experiment LSM-6. As was the case for the 
previous experiments, there was a transient reduction in stiffness at a load of approximately 15 
kN (3,400 lb), followed by a severe reduction in load at approximately 17.5 kN (3,900 lb). 
Beyond this point, the response of the slabs was characterized by repeated cycles of partial 
loading and unloading as the displacement was continuously increased until the experiment was 
stopped. 

A posttest photograph of the top surface of the model slabs is shown in figure 7-46. The failure 
mode of the slabs was characterized by series of corner cracks at various radii from the loaded 
area. The outermost crack extended through the joint and into the adjacent unloaded slab. Near 
the end of the testing, vertical cracking was noted underneath the circular loaded area. 
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FIGURE 7-45. LOADING HISTORY, EXPERIMENT LSM-6 

FIGURE 7-46. POSTTEST PHOTOGRAPH OF TOP SURFACE OF SLABS, 
EXPERIMENT LSM-6 
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Figure 7-47 contains selected photographs from the camera mounted just outside the transparent 
window in the reaction box. These photographs show the relative large displacement of the 
loaded slab to the left of the joint. However, no evidence of shearing can be seen in the banded 
layers of the unbound granular base. 

P = 0kN P=13.3kN 

P = 14,7kN P=15.4kN 

FIGURE 7-47. SELECTED PHOTOGRAPHS OF JOINT REGION DURING TESTING, 
EXPERIMENT LSM-6 

The load-displacement and strain traces from the experiment are presented in appendix B. Gage 
D2 failed to produce data during the experiment due to a short in the instrumentation cable. 
Gage D6 also failed during the conduct of the experiment. Gages D3, D4, and D5 experienced 
overranging during the experiment. Selected deflection basin profiles from the experiment are 
plotted in figure 7-48. 
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FIGURE 7-48. SELECTED DEFLECTION BASIN PROFILES, EXPERIMENT LSM-6 

7.15 COMPARISON OF EXPERIMENTAL RESULTS. 

In figures 7-49 and 7-50, the load-deformation traces from D4 and D5, respectively, from 
Experiments LSM-2, -3R, -4, -5, and -6 have been plotted on the same graphs. These plots 
indicate the relative stiffness and strength of the various experimental model configurations. To 
compare the slopes of the five curves, instantaneous slope values were calculated for loads 
between 5 and 10 kN for the cases of the loaded and unloaded sides of the joint. ANOVA 
techniques were subsequently used to determine if a statistically significant difference in the 
precracking slopes could be observed. The instantaneous slope measurements failed a normality 
test; therefore the ANOVA was conducted based upon ranks. Differences in the median values 
among the experiments were greater than would be expected by chance; therefore, there was a 
statistically significant difference at the 0.05 significance level. A multiple pairwise comparison 
procedure was used to isolate the experiments that were significantly different. The results of 
this procedure indicated that the slope measured for Experiment LSM-6 was significantly 
different for that of Experiments LSM-2, -3R, -4, and -5. 
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FIGURE 7-50. LOAD-DEFLECTION CURVES FROM EXPERIMENTS, UNLOADED SIDE 
OF JOINT 

The postcracking responses of the five experiments revealed some striking differences. As 
expected, the load carrying capacity of the models with stabilized bases exceeded that of the 
experiment without a stabilized base (Experiment LSM-2) and that for the unbound granular base 
(Experiment LSM-6). For the two experiments in which bonding between the slabs and base was 
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allowed (LSM-3R and -4), the load carrying capacity was greater than when the bond breaker 
was employed (LSM-5). The slabs with stabilized bases sustained greater deflections prior to 
experiencing softening of the load-deflection curves. Thus, it can be observed from these plots 
that composite action of the slabs and stabilized bases provided an increase in structural capacity 
and ductility over slabs cast directly on grade. 

Figure 7-51 shows a composite plot of deflection load transfer efficiencies (LTEs) versus load for 
each of the experiments. These values were calculated by forming the ratios of the measured 
deflections at LVDT locations D4 and D5. Calculated values of LTE5 for loads less than 5 kN 
were unreliable due to the small levels of deformation at low load levels and due to seating of the 
slabs on the foundation. Thus, these measurements are not plotted in figure 7-51. Similarly, 
once the initial peak loads occurred (typically associated with visible cracking of the slabs), the 
calculated values of LTE5 became unreliable. Therefore, these values are also not plotted in 
figure 7-51. 
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FIGURE 7-51. DEFLECTION LOAD TRANSFER EFFICIENCIES FROM EXPERIMENTS 

Several important observations can be made from observing the plot in figure 7-51. First, it can 
be observed that the greatest values of LTEs were obtained from the slabs founding on the 
monolithic stabilized base (LSM-3R), followed, in order, by slabs founded on a cracked 
monolithic base, founded on a monolithic base with a bond breaker, and finally, founded directly 
on the rubber pad.  Secondly, all of the curves (with the exception of Experiment LSM-6) seem 
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to have the same general shape indicating the maximum load transfer efficiency occurred at low 
loads with decreasing effectiveness for increasing load. This phenomenon is likely caused by 
localized crushing of the slabs' concrete in the region of the dowels as the loads and resulting 
displacements increase. This crushing occurs where high localized loads are being transferred 
from the concrete to the bars or visa versa. This effect has been predicted by finite element 
modelers (Channakeshava, Barzegar, and Voyiadjis 1993) and can also occur as the result of 
localized fatigue in pavement slabs under the influence of repeated service loads. The deviance 
from this pattern observed for Experiment LSM-6 may be caused by the nonlinear response of 
the unbound granular base. 

Certain observations from this experimental program point to some significant challenges for 
modelers seeking to predict rigid pavement behavior and performance. Among these are the 
following challenges: 

a. The presence of bonding between the slabs and base has an effect on the strength and 
ductility of the rigid pavement structure. The concept of the composite or "top of the 
base" modulus of subgrade reaction, which involves increasing the subgrade modulus to 
account for stabilized bases, ignores the composite action of the slab-stabilized base 
structural system. This concept, which was adopted out of necessity when the only 
method of predicting rigid pavement behavior was the Westergaard theory, should be 
abandoned in favor of a more realistic model that explicitly includes the structural 
benefits of the stabilized base. 

b. The presence and quality of stabilized base has an influence on the load transfer 
effectiveness of a rigid pavement joint. From the experimental data, it appears that a 
monolithic stabilized base provides superior joint performance. However, field 
observations by Grogan, Weiss, and Rollings (1996) at Dallas-Fort Worth, Stapleton 
(Denver), and Hartsfield (Atlanta) International Airports have indicated that the majority 
of both the longitudinal and transverse cracking in cement stabilized bases was found to 
occur under the joints in the rigid pavement surface. Thus, it may reasonably be expected 
that, for the majority of in-service rigid pavements, cracks are present in the stabilized 
base in a pattern matching the jointing pattern of the slabs. The net effect of this cracking 
is that the load transfer mechanism includes not only the load transfer devices (dowels, 
aggregate interlock, key ways) in the slab, but also some degree of load transfer due to 
aggregate interlock in the stabilized base. The effectiveness of this aggregate interlock in 
the base is likely to depend upon the magnitude and cycles of loading, quality of the 
stabilized base materials, and moisture and temperature (and attending volume changes) 
in the base. 

c. The presence and degree of bonding between the slabs and the stabilized base course has 
an influence on the structural capacity and load transfer capability of the rigid pavement 
structure. Research by Wesivich, McCullough, and Burns (1987) has shown that the 
magnitude of friction between the slab and the base is dependent upon bearing, shear, and 
adhesion between the slab and the base. They also concluded that if the adhesion is great 
enough, the failure plane will not be at the interface between the slab and base, but rather 
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within the base. Observations by Grogan, Weiss, and Rollings (1996) indicated where 
slabs were being reconstructed at Hartsfield (Atlanta) International Airport that in some 
instances the cement stabilized base was adhered to the slabs, while in other instances it 
was not. 

The experiments conducted in this investigation confirmed the observations and 
predictions of other researchers that the effectiveness of the load transfer mechanism 
decreases with localized damage in the immediate vicinity of the joint. This has 
significant implications in the modeling of the performance of rigid pavements. A 
nonlinear model of decreasing joint effectiveness with repetitions of load would be 
necessary to model this aspect of rigid pavement performance. Additional testing and 
research would be required to develop and calibrate such a model. 
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8. ANALYTICAL MODEL DEVELOPMENT AND VERIFICATION. 

8.1 ANALYTICAL MODEL DESCRIPTION. 

Most response models for rigid pavements, including the Westergaard model and 2D finite 
element models, assume a single man-made layer rests directly on a foundation that can be 
represented by a bed of springs. However, most modern airport pavements are constructed on 
cement-stabilized bases that are of high quality and substantial strength. The contribution of the 
base course to the strength of the pavement structure is poorly understood. To account for the 
increased capacity of the foundation caused by a stabilized layer, the modulus of subgrade 
reaction is increased in the Westergaard model. This approach, in which the top-of-the-base 
modulus is determined empirically, is required by the assumptions implied in the Westergaard 
solution. Similarly, 2D finite element plate programs, such as 1LLI-SLAB, may account for the 
stabilized layer by adding additional stiffness to the plate elements based upon the concept of the 
transformed section. 

The primary deficiency of these approaches is that neither directly addresses the influence of the 
base course on the load transfer efficiency at a joint. In almost all instances, stabilized layers are 
constructed to be monolithic. However, field observations (Grogan, Weiss, and Rollings 1996) 
have indicated that cracks occur in the stabilized base in a pattern that directly matches the 
jointing pattern in the surface layer. It is likely that some load transfer occurs across these cracks 
by aggregate interlock. 

As a part of the construction process, a bond breaker may be used between the surface slabs and 
the base course; thus, it is possible that gaps may open between the slab and base course. For 
those areas which remain in contact, shear stress may be transferred across the boundary by 
friction. In other cases, delamination of an initially bonded base course and slab may occur from 
volume changes caused by moisture and temperature variations. In some instances, field 
investigations have indicated that delaminations have occurred, usually somewhere beneath the 
interface between the slab and base course (Grogan, Weiss, and Rollings 1996). It is likely that 
shear stresses are transmitted across these delaminations by aggregate interlock. It is also 
possible that gaps may form between the slabs and base. In order to make a contribution to the 
state of the art in rigid pavement response modeling, these factors must be considered. 

Table 8-1 contains a matrix that summarizes these conditions and compares them to the 
experiments described in chapter 7. To develop an analysis methodology that takes into 
consideration the influence of the stabilized base course on the joint response, a series of finite 
element models were generated and executed. Figure 8-1 summarizes the cases described and 
the model options chosen to represent the behavior of the major features of each case. 
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TABLE 8-1. CONSIDERATIONS FOR MODEL DEVELOPMENT 

Case 
Are Base and Slabs 

Bonded? 
Is Base Course Cracked 

Beneath Slab Joint? 
Experiment Most Closely 

Matching Case 

I No Base No Base LSM-2 

n Yes No LSM-3R 

m Yes Yes LSM-4 

IV No No LSM-5, LSM-6 

V No Yes Not in experimental matrix 

JOINT 
JOINT 

SUBGRADE 

BASE 

y.v 

(a) Case I 

INTERFACE 

CRACK 

x, u (b) Cases II, IE, IV, and V 

z, w 

Case Slabs Base Subgrade Joint 
Crack in 

Base Interface 

1 C3D27R _____ FOUNDATION JOINTC — 

II C3D27R C3D27R FOUNDATION JOINTC MPC (TIED) TIED 

III C3D27R C3D27R FOUNDATION JOINTC JOINTC TIED 

IV C3D27R C3D27R FOUNDATION JOINTC MPC (TIED) FRICTION 

V C3D27R C3D27R FOUNDATION JOINTC JOINTC FRICTION 

(c) Model Options 

FIGURE 8-1. ANALYTICAL MODEL CASE DESCRIPTIONS 

The slabs and base course continua were modeled by C3D27R reduced-integration, Lagrangian 
hexahedral elements. The joint between the slabs was modeled by JOINTC elements with 
stiffnesses assigned in the z direction only. Thus, the load transfer mechanism was implicitly a 
shear only mechanism, with no load transfer due to bending. The interface between the slabs and 
base course was modeled by the ABAQUS contact interaction feature. Where the base and slabs 
were bonded (Cases II and III), the tied option was invoked to force the displacements of all three 
degrees of freedom (u, v, and w) to be equal for all node pairs across the interface.  Where the 
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slabs and base were not bonded (Cases IV and V), the friction option was used to allow transfer 
of shear contact stresses across the interface. For Cases II and IV in which the base course was 
not cracked, ABAQUS MPCs with the tie option invoked was used to set equal displacements {u, 
v, and w) of corresponding node pairs across the crack. Conversely, for Cases HI and V in which 
a crack was present in the base course, JOINTC elements were employed to allow load transfer 
across to the crack. Again, stiffnesses were assigned to the JOINTC elements in the z direction 
only, limiting load transfer to shear only. For each of the cases, the subgrade was modeled as a 
bed of springs using the ABAQUS foundation option. In all cases, the slabs and base were 
considered to be weightless. 

8.2 ANALYTICAL MODEL RESULTS. 

8.2.1 Case I. 

The material and structural parameters from the experimental pavement models (summarized in 
table 8-2) were used to develop the analytical model. Because of concerns about execution times 
and memory requirements, a relatively coarse mesh (figure 8-2) was adopted. The aspect ratio 
for the elements in the plane of the slab surface was 1:1, while the aspect ratio in the plane of the 
slab thickness was 4:1. The spring stiffnesses assigned to the individual JOINTC elements were 
calculated from the data in table 8-2 using equations 4.15 and 4.16. The loaded area was equal to 
that of the circular loaded area in the experimental program. The load consisted of a uniform 
pressure of 1 MPa, and the loaded area was 0.0104 m2 resulting in a total load of 10.4 kN. 

The boundary conditions for the finite element model were selected to match those of the 
experiment as closely as possible. The ends of the experimental slabs were restrained by the 
stiff, steel reaction box and by structural steel angles embedded in the top surface of each slab 
and bolted to the reaction box. Thus, all three degrees of freedom were restrained (u = v = w = 0) 
along these ends in the finite element model. The other sides of the experimental slabs were 
prevented from deforming laterally by the steel reaction box. Therefore, in the finite element 
model, translation perpendicular to the sides of the box was restrained (v == 0). Because the sides 
of the box were coated with a form-release agent prior to casting the slabs, the other two degrees 
of freedom were not restrained. 

The results from the finite element analysis were compared with results from Experiment 
LSM-2. In order to directly compare the load-deflection results from the finite element model to 
the experiment, the experimental load-deflection data were corrected to remove the nonlinearity 
introduced by the rubber subgrade. This was done in a manner identical to that described in 
chapter 7 for Experiments LSM-1A and LSM-1B. The original experimental data along with the 
corrected experimental data (up to a load of 10 kN) are shown in figure 8-3. The resulting 
experimental deflection basin profiles at a load of approximately 10 kN are shown in figure 8-4 
along with the deflection basin profile from the finite element model. These data indicate that 
the finite element model matches the corrected experimental data well. 
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TABLE 8-2. APPLICABLE EXPERIMENTAL MODEL PARAMETERS 

Parameter Equation No. Dimensions Value 

Slabs-on-Grade Material Parameters 

E,   F/L2 27,600 MPa 

Av   — 0.18 

h   L 0.051 m 

k   F/L3 90 MPa/m 

Slabs-on-Grade Structural Parameters 

I 3.1 L 0.243 m 

e   L 0.0508 m 

£/£   — 0.209 

Joint Material Parameters 

Ed 
  F/L2 200,000 MPa 

ßd   — 0.30 

K — F/L3 407,000 MPa/m 

Joint Structural Parameters 

s   L 0.102 m 

d — L 0.00635 m 

h   L4 7.98x10"" m4 

Az 4.12 L2 28.5xl0"6m2 

Gd 4.11 F/L2 76,900 MPa 

CO   L 0.00159 m 

d> 4.10   34.7 

c 4.9 F/L 112MN/m 

ß 4.8 L1 79.8 m-1 

DCI 4.7 F/L 15.2 MN/m 

D 4.6 F/L 15.1 MN/m 

f=D/sk£ — - 6.79 

q = D/s — F/L2 148 MN/m/m 
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Deflection Basin Profile at P = 10 kN 
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FIGURE 8-4. EXPERIMENTAL AND ANALYTICAL DEFLECTION BASIN PROFILES, 
EXPERIMENT LSM-2 

Figure 8-5 shows a plot of LTEg (calculated as the ratio of LVDTs D5 and D4) as a function of 
applied load. Superimposed on this data is the deflection load transfer efficiency predicted at the 
location of LVDTs D5 and D4 by the finite element model. Again, the agreement between the 
model and the experimental data is acceptable over the linear range of response of the 
experimental slabs. At loads above approximately 17 kN, significant cracking occurred in the 
experiment, thus changing the experimental boundary conditions. 
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FIGURE 8-5. COMPARISON OF EXPERIMENTAL DEFLECTION LOAD TRANSFER 
EFFICIENCY WITH ANALYTICAL VALUE, EXPERIMENT LSM-2 
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Based upon these results it was concluded all aspects of the finite element model, including the 
density of finite element mesh, the modeling of the load transfer at the joints, and the boundary 
conditions imposed on the slab by the reaction box, were adequate. 

8.2.2 CaseH 

Figure 8-6 shows a diagram of the 3D finite element mesh used to predict the response from 
Experiments LSM-3R. In plan view, the mesh was identical to the mesh employed for 
Experiment LSM-2. The surface layer consisted of two slabs separated by a joint, which was 
modeled using the ABAQUS JOINTC elements. The individual spring stiffnesses assigned to 
the JOINTC elements across the joint in the slabs were identical to those employed for the finite 
element model of Case I (Experiment LSM-2). 

v=0 2 slabs @ 914 mm 
Uoinf 

u=v=w=0 
v = 0 

E$iab = 27,600 MPa 

Hslab = 0.18 

hsiab= 0.051 m 

/c=90MPa/m 

<7s/ab = 148 MN/m/m 

E 
E 

Loaded Area 

Plan View 
u=v=w=0 

Slab: 51 mm 
Base: 38 mm 

Elevation 

£i,ase= 1,410 MPa 

Hbase = 0.20 
hbase = 0.038 m 

p=1 MPa 

A = 0.0104 m2 

P= 0.0104 MN 

a = 0.0575 m 

FIGURE 8-6. FINITE ELEMENT MODEL, CASES II, m, IV, AND V 

The material and structural properties of the slabs and subgrade were identical to those described 
in table 8-2. Additional material and structural parameters for the base course are listed in 
table 8-3. 
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TABLE 8-3. APPLICABLE EXPERIMENTAL MODEL PARAMETERS FOR BASE 

Parameter Equation No. Dimensions Value 

Base Material Parameters 

Eb — F/L2 1,410 MPa 

ßb — — 0.20 

h — L 0.038 m 

Base Structural Parameters 

h 8.1 L 13.056 m 

B 8.2 — 2.903 

Two additional structural parameters, used by Kuo (1994), were introduced to describe the 
structural properties of the base course. The radius of relative stiffness defined as follows: 

£h = 
kd-ßb) 

(8.1) 

The base factor relates the structural properties of the base and slab as follows: 

B. 
£ 

(8.2) 

The finite element model was extended in the vertical direction (z direction) to include the base 
course. The base course was modeled by a single layer of ABAQUS C3D27R hexahedral 
elements with aspect ratios of 1:1 in the plane of the base surface and 2.67:1 in the plane of the 
base thickness. The nodes along the interface between the slab and base were tied so that no 
delaminations or slip occurred between the slabs and base course. The lower surfaces of the 
elements in the base course were supported by a bed of springs using the ABAQUS foundation 
option. 

As was the situation for the Case I finite element model, the boundary conditions were chosen to 
match as closely as possible the experimental conditions. The boundary conditions, as indicated 
in figure 8-6, were thus the same as those used for Case I. 

The results from the finite element model were compared with data from Experiment LSM-3R. 
Figure 8-7 shows a plot of LTEg versus load from Experiment LSM-3R along with the value of 
LTEs predicted from the Case II finite element model at the location of the LVDT array in the 
experiment. The finite element model predicted almost perfect joint efficiency (LTEs = 0.998). 
Figure 8-8 shows the deflection basin profile (raw data, no corrections applied) from Experiment 
LSM-3R at a load of approximately 10 kN plotted alongside the analytical deflection basin 
profile for that load. The magnitude of the deflections predicted less than that observed in the 
experiment. 
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A second finite element run was made with the Case II model. In this run, the stiffness of the 
joint was decreased by a factor of 100 from q = 148 MN/m/m to q = 1.48 MN/m/m. As indicated 
in figure 8-9, decreasing the stiffness of the joint by two orders of magnitude had little effect on 
the resulting LTEs- In Case II, the slabs and base were not free to separate. Furthermore, the 
base was monolithic, and thus the slabs are forced to have equal displacements at the intersection 
of the joint with the slab/base course interface.  Because of this effect, there was essentially no 
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differential movement across the joint. Thus, the magnitude of the stiffness of the JOINTC 
elements makes virtually no difference because the differential displacements across the joint are 
small. 
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FIGURE 8-9. VARIATION OF ANALYTICAL DEFLECTION LOAD TRANSFER 
EFFICIENCY WITH JOINT STIFFNESS, CASE H 

8.2.3 Casem. 

The finite element model employed for Case JU was identical to that employed for Case II with 
one major exception: a crack with aggregate interlock was present in the base course model. 
Material and structural properties for the model were identical to those listed in tables 8-1 and 
8-3. The stiffness of the joint, qjoint , for Case HI was identical to that for Cases I and U. The 
effect of aggregate interlock in the base course on joint response was investigated. Aggregate 
interlock across the crack was modeled using ABAQUS JOINTC elements connecting 
corresponding node pairs across the crack. A range of conditions were modeled, varying from 
the case of an open crack in the base with no load transfer to the case of a monolithic base, by 
choosing a spectrum of values of the crack stiffness parameter qbase. The individual spring 
constants (K) for the joint and base were calculated from the qbase and qjoint using equations 4.15 
and 4.16. 

The results from these analyses are plotted in figure 8-10. The horizontal axis is the ratio of qbase 

to qj0int, while the vertical axis is LTEg calculated at the location of the LVDT array in the 
experimental program. For the case of a doweled joint with no aggregate interlock, qj0int is a 
function of the dowel diameter, dowel spacing, and joint opening. However, qbase is an unknown 
quantity which may approach zero in the case of an open crack (no aggregate interlock) to near 
infinity in the case of a monolithic base course. 
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Several important observations can be made concerning the analytical curve in figure 8-10. 
Results from the finite element analyses indicate that the amount of load transfer in the base 
influences the deflection load transfer at the joint. As would be intuitively expected, the 
deflection load transfer efficiency increases with increasing shear stiffness across the crack in the 
base course. 

The deflection load transfer efficiencies from Experiments LSM-3R and LSM-4 are also shown 
in figure 8-10. The data from LSM-4 indicates that one would predict that the crack stiffness due 
to aggregate interlock in the base course was over twice the stiffness of the doweled joint. 
However, this observation is irrational because the dowels in the slabs should provide more shear 
stiffness than the aggregate interlock in the base. Similarly, the data from LSM-3R indicates that 
the experimental deflection load transfer efficiency intersects the curve in a location somewhat 
below the point predicted for a monolithic base. 

1.00 

10-3       10-2       io-i        10°        101        102        103 

"base   "joint 

Open Crack in Base 
(No Load Transfer) 

Monolithic 
Base 

FIGURE 8-10. VARIATION OF ANALYTICAL DEFLECTION LOAD TRANSFER 
EFFICIENCY WITH CHANGES IN AGGREGATE INTERLOCK IN 
CRACKED BASE, CASE m 

The stiffness of the doweled joint can be decomposed into components from shearing action in 
the dowel, bending action in the dowel, and from direct bearing (or aggregate interlock) across 
the joint as follows: 

"joint      "dowel shear      " dowel bending      "aggregate interlock (8.3) 
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Most researchers have concluded that the component due to dowel bending is negligible, 
particularly for the ranges of joint openings which typically occur in airport pavements. 
Therefore, the joint stiffness can be thought of as the sum of the components from dowel shear 
and from aggregate interlock. In the case of the experimental program, the dowel shear 
component may be calculated directly from the dowel diameter, dowel spacing, and joint 
opening. Even though the joint opening in the experiments contained a Teflon strip to minimize 
load transfer due to direct bearing, it is likely that direct bearing made some contribution to the 
stiffness of the joint. If direct bearing contributed to the stiffness of the joint, qjoint is greater than 
that calculated from the dowels alone. As qjoint increases, the ratio of qbase to qjoint decreases. 
Thus, the curve in figure 8-10 would be translated to the left, as indicated in figure 8-11. This 
postulated shift in the locus of the curve would result in a rational intersection of the 
experimental data with the analytical curve. 

Full Bond Between Slab and Base 
1.00 

0.85 
10"4     10-3     10"2     10"1      10°      101      102      103 

"base   Qjoint 

■ Qjoint ~ "dowel shear     "aggregate interlock 

(Postulated) 

- "joint ~ "dowel shear 

(Finite Element Model) 

FIGURE 8-11. POSTULATED SHIFT IN ANALYTICAL CURVE DUE TO DIRECT 
BEARING IN JOINT, CASE HI 

Deflection basins from selected Case III runs along the location of the experimental LVDT array 
are plotted versus the experimental deflection basin profile from Experiment LSM-4 at a load of 
approximately 10 kN in figure 8-12. The deflection on the loaded (left) side of the joint for the 
case where qbose/q joint = 0.1 is very nearly the same as the experimental deflection at that location. 
However, the deflection just across the joint is less than that observed in the experiment. Also 
note that as the q ratio increases, the ratio of deflections across the joint becomes closer to unity. 
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FIGURE 8-12. EXPERIMENTAL AND ANALYTICAL DEFLECTION BASIN PROFILES, 
EXPERIMENT LSM-4 

8.2.4 CaseW. 

In Case TV, the base was considered to be monolithic. However, the contact interaction feature 
was implemented between the base course and the slabs allowing slip to occur between the slabs 
and base as well as gaps to open. Coulomb friction was modeled on the contact surfaces with a 
range of coefficients of static friction from 0.1 to 100. A coefficient of friction greater than 1 
represents a shear stress which is greater than the normal pressure causing the shear stress. This 
condition, which may not be realistic, is nonetheless instructive to consider as a modeling tool. 

Figure 8-13 shows a plot of deflections and LTEs versus coefficient of static friction. The upper 
plot in figure 8-13 shows that the magnitude of deflection on both the loaded and unloaded sides 
of the joint decreases with an increase in friction. However, the deflection on the loaded side 
decreases more sharply than the deflection on the unloaded side as friction increases. This gives 
rise to the trend of decreasing LTEs as the coefficient of friction increases, as shown in the lower 
plot of figure 8-13. A less than 1 percent difference in LTEs was predicted as the coefficient of 
friction rose from 0.1 to 100. These values of LTEs were at least 8 percent less than those for 
Case II (fully bonded slabs and base, no crack in base). 
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FIGURE 8-13. VARIATION OF ANALYTICAL DEFLECTION LOAD TRANSFER 
EFFICIENCY WITH FRICTION BETWEEN BASE COURSE AND 
SLAB, CASE IV 

Figure 8-14 shows a plot of the vertical deflection profiles calculated along the edge of the model 
at the top of the base course and the bottom of the slabs for the coefficient of friction = 1. These 
curves clearly indicate that gaps were forming between the slabs and base course on both the 
loaded and unloaded side of the joint. The largest gap was located on the unloaded side of the 
joint. This response was typical of that predicted across the range of coefficient of friction 
studied. Figure 8-15 shows a plot of the gap between the slabs and base course, denoted as Az, as 
a function of distance from the joint and friction. Clearly, gaps were present in all cases; the 
largest gaps occurred for the lowest value of coefficient of friction. 
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FIGURE 8-15. GAP OPENING BETWEEN SLAB AND BASE, CASE IV 

Figure 8-16 shows profiles of the horizontal deformations for selected nodes on the top of the 
base course and on the bottom of the slab. A positive deformation indicates movement to the 
right, while negative values indicate movement to the left. This plot indicates that the slabs were 
moving relative to one another. The top of the base was moving right on the loaded side of the 
joint and left on the unloaded side. Conversely, the loaded side moved left while the unloaded 
slab moved right. The discontinuity between the slabs at the joint shows clearly in this plot. 
Figure 8-17 shows a plot of differential horizontal movement between the slabs and base as a 
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function of distance from the joint and friction. As expected, the largest differential movements 
occurred for the lowest value of coefficient of friction. 
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Figure 8-18 shows plots of the deflection basin profiles from Cases II and IV compared with the 
deflection basin profiles from Experiment LSM-5. It is obvious that the deflection basin from 
the run with the lowest coefficient of friction most closely matches that of the experiment. 
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FIGURE 8-18. EXPERIMENTAL AND ANALYTICAL DEFLECTION BASIN PROFILES, 
EXPERIMENT LSM-5 

8.2.5 CaseV. 

Case V was distinguished from the other four cases in that the base course was considered to be 
cracked with some value of aggregate interlock across the crack, and the base course and slabs 
were not bonded allowing gaps to form between the slabs and base. Where the slabs and base 
were in contact, shear stress was transmitted via friction between the slabs and base course. 

The joint response over a range of coefficients of friction and aggregate interlock across the crack 
in the base are plotted in figure 8-19. As expected, these results indicate that joint efficiency 
decreases as aggregate interlock across the crack in the base decreases. It also indicates that the 
joint efficiency decreases with increasing values of the coefficient of friction, as was found for 
Case rV. In figure 8-20, results from the Case in analyses have been plotted along with the 
results from Case V. It can be seen from figure 8-20 that allowing gaps to form between the slab 
and base course tends to flatten the joint response curves and thereby reduces the range of 
possible joint efficiencies compared to a cracked base. 
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8.3 SLAB/BASE INTERACTION AND JOINT RESPONSE. 

The analytical results reported in this chapter indicate that a wide range of joint efficiencies are 
possible from a given joint subjected to a given loading depending on the following factors: 

a. 

b. 

c. 

Presence of stabilized base layer. 

The amount of load transfers by aggregate interlocks across cracks in the stabilized base 
layer directly below slab joints. 

The bonding properties between concrete slabs and stabilized base layer as well as 
interface conditions between these two layers. 

These effects are illustrated by the bar chart shown in figure 8-21. This plot compares the 
calculated joint efficiencies from Cases HI, IV, and V. It can be seen from this graph that the 
case of the monolithic base bonded to the slabs gives nearly perfect joint efficiency. If the 
monolithic base is cracked, the joint efficiency is decreased, with a trend of decreasing joint 
efficiency as the aggregate interlock across the crack decreases. If gaps are allowed to form 
between the base and slabs, joint efficiency is decreased compared to the bonded cases, and the 
coefficient of friction between the slabs and base has only a small effect on the load transfer 
obtained. 
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Figure 8-22 shows a plot of the maximum load transfer values obtained in the experimental 
program (chapter 7) compared with the ranges of values calculated from the analyses described 
in this chapter. For the analytical data, the solid bar represents the lower bound of possible 
values of LTE& while the error bar represents the upper bound values. In all cases, with the 
exception of Case IV, the experimental response is within the range of possible responses 
predicted by the experiments. This experimental and analytical agreement lend credibility to the 
validity of the analytical models. 
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The implications of these responses upon the response and performance of rigid pavements in the 
field is not explicitly predicted by the analytical model. However, it is possible to discuss in 
general terms the potential impact. Refer to figure 8-23. Suppose a particular joint were 
constructed on a stabilized base such that the base course was initially monolithic and the base 
and slabs were initially bonded. Over a period of time, here indicated by aircraft departures, 
repeated cycles of aircraft and/or environmental loading may result in cracking of the base 
directly beneath the joint. Depending upon the degree of aggregate interlock across the crack in 
the base, the finite element analyses indicated that a range of responses (indicated by the two 
solid curves in figure 8-23) is possible. 

Next, suppose that an identical joint were constructed in the same manner. However, in this 
case, suppose that the base and slabs were debonded by repeated cycles or aircraft or 
environmental loading such that it was possible that gaps could form between the slabs and base 
in the vicinity of the joint. For the sake of argument, suppose that the base were monolithic. The 
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finite element analyses indicate a range of possible responses, depending upon the amount of 
shear stresses transmitted across the interface by friction, denoted by the dashed curves in 
figure 8-23. Note that the range of possible responses is much less than that possible due to 
cracking of the base. 
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FIGURE 8-23. POSSIBLE IMPLICATIONS OF SLAB/BASE INTERACTION ON JOINT 
PERFORMANCE 

Finally, suppose that the identical joint were again constructed in the same manner. Now, in this 
case, suppose that aircraft or environmental loadings cause the base to crack beneath the joint 
and also cause delamination or debonding between the slabs and base. Again the finite element 
models indicated a range of possible responses plotted as dash-dot curves in figure 8-23. Again, 
the range of potential responses is much less than that for the cracked base alone. However, as 
expected, the efficiency of a joint associated with a cracked and debonded base is predicted to be 
less than that of the joint associated with a debonded base without a crack. 

It should be noted that the exact values of LTEg obtained in a particular case depend not only on 
the slab/base interaction factors but also upon the slab and base geometry, subgrade strength, 
material properties, and load geometry. Therefore, the values plotted on the vertical axis in 
figure 8-23 are intended to be representative values of the LTEs obtained in these analytical 
cases. 
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9. CONCLUSIONS AND RECOMMENDATIONS. 

9.1 CONCLUSIONS. 

The response of the rigid pavement slab-joint-base structural system is complex, and accurately 
predicting the response of such a system requires a significant degree of analytical sophistication. 
The research reported in this report has defined some essential features required to adequately 
model the system and has demonstrated a technique to develop a comprehensive 3D finite 
element model of the rigid pavement slab-joint-foundation structural system. These findings 
represent a significant advancement in the state of the art of rigid pavement response modeling. 
Specifically, the following conclusions can be drawn from this study: 

a. Analysis of experimental data obtained by the Corps of Engineers in the 1950's confirms 
the usefulness of the concepts of dimensionless joint stiffness as a means of 
characterizing the response of the doweled joint. Thus, the response of both the aggregate 
interlock joint and the doweled joint can be characterized by the same family of curves. 
Explicit modeling of the dowel in the 3D finite element model, while perhaps useful for 
research purposes, is unnecessary for predicting the gross response of the structural 
system. The usefulness of the dimensionless joint stiffness for characterizing the 
response of the keyed joint was not addressed by this research. The ease of application of 
the concepts of dimensionless joint stiffness has been increased by the development of 
closed-form equations based upon the theoretical developments of Skarlatos (1949). 

b. For most practical rigid pavement slabs, the classical Kirchoff assumptions, adopted by 
Westergaard and Skarlatos, lead to small errors in predicting edge stresses. Results from 
3D finite element models show that the maximum edge stress does not occur at the edge 
of the slab but at some finite distance from the edge. Fortunately, the Westergaard edge 
stress is conservative; for most rigid pavement slabs, the maximum edge stress will occur 
within 0A£ of the edge of the slab and will be approximately 10 percent less than that 
predicted by the Westergaard theory. 

c. Experimental evidence from this research suggests that the joint efficiency depends upon 
the presence and condition of a stabilized base. The presence of cracking in the base and 
the degree of bonding between the slabs and stabilized base course influences the 
structural capacity and load transfer capability of the rigid pavement structure. The 
greatest experimental values of joint efficiency were obtained from the slabs founding on 
the monolithic stabilized base followed, in order, by slabs founded on a cracked 
monolithic base, founded on a monolithic base with a bond breaker, and finally, founded 
directly on the rubber pad. Maximum load transfer efficiency occurs at low loads with 
decreasing effectiveness for increasing load. This phenomenon is likely caused by 
localized crushing of the slabs' concrete in the region of the dowels as the loads and 
resulting displacements increase. 

d. The finite element models developed in this research indicate that a comprehensive 3D 
finite element modeling technique provides a rational approach to modeling the structural 

9-1 



response of the jointed rigid airport pavement system. Modeling features which are 
required include explicit 3D modeling of the slab continua, load transfer capability at the 
joint (modeled springs between the slabs), explicit 3D modeling of the base course 
continua, aggregate interlock capability across the cracks in the base course (again, 
modeled by springs across the crack), and contact interaction between the slabs and base 
course. The contact interaction model feature must allow gaps to open between the slab 
and base. Furthermore, where the slabs and base are in contact, transfer of shear stresses 
across the interface via friction should be modeled. 

9.2 RECOMMENDATIONS. 

The following recommendations are drawn from this research: 

a. Mechanistic design criteria for doweled joints should be developed using the concepts of 
dimensionless joint stiffness in concert with the closed-form Westergaard-type solution 
for load transfer in rigid pavements. Given the slab thickness, support conditions, and 
loading, it is possible to use these developments to establish criteria for dowel diameter 
and spacing for a critical joint opening. These criteria should then be verified by full- 
scale testing. 

b. The concept of the composite or top-of-the-base modulus of subgrade reaction ignores the 
composite action of the slab-stabilized base structural system. This concept should be 
abandoned in favor of a more realistic model that explicitly includes the structural 
benefits of the stabilized base. 

c. Certain issues pertaining to the effects on new- and future-generation aircraft and rigid 
pavement behavior and performance can be addressed by the finite element modeling 
techniques developed in this research. A research study should be initiated to study the 
effects of multiple-wheel loadings on the response of jointed rigid pavements. 

d. The effects of environmental factors on the findings of this research should be 
investigated. It should be possible to add to the analytical complexity of this research by 
superimposing the effects of temperature and moisture gradients on the response of the 
rigid pavement structure. With the tools presented in this study, it is possible to develop 
and implement an algorithm which could change the joint efficiency with joint opening. 

e. The 3D finite element modeling technique presented in this dissertation is suited to 
studying more complex material behavior which may affect pavement performance. For 
example, fracture mechanics concepts could be used to study the effects of repeated 
traffic loadings on rigid pavement structures in view of a possible replacement for the 
current Minor's hypothesis fatigue laws. 

f. The results of this study point to some critical issues which should be considered in 
developing test plans for its full-scale, instrumented test facility currently under 
construction.   Specifically, instrumentation should be installed to detect the presence of 
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cracking in the stabilized base course, particularly directly beneath the joint. Also, 
instrumentation should be selected and installed to detect the presence of gaps between 
the slabs and base course. 

g. The incremental finite element analysis procedure used to solve the contact interaction 
problem can be computer intensive. In the event that solution times and memory 
requirements are greater than the available computer resources, the slabs can be modeled 
by thick plate or shell elements with little sacrifice in accuracy. However, the capability 
to predict load transfer across cracks in the base course and debonding between the slabs 
and base are critical and must be retained. 
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APPENDIX A—ALGORITHM FOR ASSIGNING SPRING STIFFNESSES TO 

NODES USING THE ABAQUS "JOINTC" OPTION 

PROBLEM STATEMENT 

It is desired to represent the stiffness of a rigid pavement joint in ABAQUS using a 3D finite 
element model of the rigid pavement slabs. Each node on the joint face of a slab will be 
connected to the corresponding node on the joint face of the adjacent slab with a spring element. 
The algorithm described in this appendix provides a rational way to distribute the joint stiffness 
per unit length along the joint to the nodes along the joint. The ABAQUS element chosen for 
this study is the "JOINTC" element, a general, nonlinear spring and dashpot element which can 
have stiffness (and damping, as well) in three orthogonal directions. For most purposes of this 
study, the elements will be assigned stiffness values assigned in the vertical direction only. 
Furthermore, a linear force-displacement relationship will be assumed. Because all analyses are 
static, damping will be of no consequence. 

ASSUMPTIONS 

1. Let nodes be equally spaced in the y direction. Let the distance between nodes be given 
by 2a (figure A-1). 

2. Let nodes by equally spaced in the z direction. Let the distance between nodes by given 
by 2b. 

3. Let the number of rows of nodes be given by NR and the number of columns of nodes by 
given by No 

4. Let the length of the joint to be modeled be given by A,. 

5. Let the joint stiffness per unit length be given by q (Units: F/L2). 

6. Let K be the unit spring stiffness (Units: F/L). 

GEOMETRY 

1. There are three types of nodes: corner, edge, and interior (see figure A-l). 

2. The contributing areas for each type of node are the following: 

a. Corner node:   Ac = ab 

b. Edge node:     AE = 2ab 

c. Interior node: Ai = 4ab 
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FIGURE A-l. FACE OF TYPICAL ONE-LAYER 3D FINITE ELEMENT MESH SHOWING 
LOCATION OF NODES 

3.        Develop general statements for the number of each type of node as a function of Nc and 
NR. 

a. Number of corner nodes = 4 

b. Number of edge nodes = 2(NR + Nc -4) 

c. Number of interior nodes = (NR - 2)(NC - 2) 

SOLVE FOR SPRING STIFFNESSES AS A FUNCTION OF q: 

1.        Assign spring stiffness to types of node based on contributing areas: 

a. Corner node: K 

b. Edge node: 2K 

c. Interior node: AK 
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2.        Set joint stiffness equal to sum of spring stiffnesses. 

q x X = K x (number of corner nodes) + 2 K (number of edge nodes) + 
4K"X (number of interior nodes) 

= JC(4) + 2K[2(NR + Nc - 4)] + 4K(NR - 2)(NC -2) 

= 4K(1 + NR + Nc - 4 + NRNc - 2NR - 2NC +4) 

= 4«NR-l)(Nc-l) 

Therefore: 

qk 
K = 

4(NR-1){NC~1) 
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APPENDIX B—COMPILATION OF INSTRUMENTATION TRACES FROM 
EXPERIMENTS 
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FIGURE B-21. GAGES D7 THROUGH D10, EXPERIMENT LSM-5 
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FIGURE B-23. GAGE S7, EXPERIMENT LSM-5 
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FIGURE B-25. GAGES D7 THROUGH D10, EXPERIMENT LSM-6 
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FIGURE B-27. GAGE S7, EXPERIMENT LSM-6 
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